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ABSTRACT 
 In this dissertation, the structure and photoluminescent properties of A3MO4F-
type materials (A = Sr, Ba, Ca; M =Al, Ga, In, Si, and Ge) are studied as potential 
phosphors for compact fluorescent lamps (CFLs) and phosphor converted light emitting 
diode (pc-LED) lights.  Chapter 1 outlines background information of the evolution of 
lighting technology as well as detailing the synthesis, structural characterization and 
photoluminescence measurements.  Chapter 2 focuses on the changes that the Sr3AlO4F 
structure undergoes as a result of exposure to a 5% H2/95% Ar atmosphere.  High-
resolution neutron powder diffraction is used to probe for minute structural changes.  






 at the 
A-site in Sr3-xAxGaO4F.  In this study, changes in bond valence sums, global instability 
indices, and photoluminescent properties are related as a result of these substitutions.  As 
the Ba
2+ 
content increases in Sr3-xAxGaO4F, the global instability indices decrease.  
Conversely, Ca
2+
 substitution in these materials causes the global instability indices to 







.  These substitutions at the M site allow us to tailor 
the photoluminescence of A3MO4F-type materials for potential use in UV-LED lights. In 




 to determine the critical concentration 
with respect to quenching.  After identifying the critical concentration for radiationless 






 are made at the M site and 
their effect on the PL emission is studied.  Significant photoluminescence intensity is
 vii 
 seen when λex = 450 nm in the Ce
3+
 substituted Sr3GaO4F structure, which allows for 
these materials to become potential LED phosphors. 
 viii 
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Recently, we have witnessed substantial changes in the lighting industry resulting 
in the availability of compact fluorescent lamps (CFL) and light emitting diode (LED) 
lights.  These represent more energy efficient alternatives to the incandescent light bulb 
and have already reduced lighting costs.  The development of CFLs has been going on for 
decades involving the early use of naturally fluorescing minerals such as willimite 
(Zn2SiO4: Mn
2+
) 1 in 1935.  Halophosphate phosphors were developed in the 1940s with 




 ions being 
the most prominent one
1
.  The use of halophosphate phosphors for general home lighting 
was not appealing to consumers due to its low color rendering index. This sparked the 
development of rare-earth activated triphosphor materials for fluorescent lamps in the 
1970s.  Triphosphor materials used in fluorescent lighting include the red emitting 
Y2O3:Eu
3+
, green emitting CeMgAl11O19:Tb
3+





.  In the mid-1990s, Ce
3+
 activated Y3Al5O12 used in white light LEDs was 
introduced and is currently being used for home and industrial lighting needs 4.   
Phosphors are materials that exhibit luminescence when activated by radiation. 
These materials are often doped with transition metal or rare earth ions called activators.  
The activator ions have excited state electronic levels that are occupied either by direct
 2 
excitation or by energy transfer from sensitizer ions, which transfer energy via dipole-
dipole or multipolar interactions 5-7.   
While many advances were made in lighting technology over time, the continued 
production of solid-state lighting materials containing rare earths is in jeopardy. It is 
projected that rare-earth oxide demand will surpass the supply of rare-earth oxide 
materials. Furthermore, China controls approximately 97% of the global market.  The 
export of these materials will also decrease due to China’s own growing demand.  This 
supply and demand situation for rare-earth materials may eventually cause lighting 
research to focus more and more on the development of rare-earth free lighting materials 
and/or organic light emitting devices (OLEDs) 6.  A 2011 report by Philips Lighting 
Company, showed the critical need for rare-earths oxides to sustain the global demand for 
lighting materials.  The main rare earth ions needed for phosphor materials are 
Lanthanum (La), Europium (Eu), Cerium (Ce), Terbium (Tb), Erbium (Er), and Yttrium 
(Y).  Shortages of rare-earth materials impact not only the production of phosphors, but 




While incandescent bulbs have been the most commonly used form of lighting, 
focus has shifted towards the production of compact fluorescent lamps (CFLs) and light 
emitting diode (LED) lamps.  This is due to the incandescent lamp’s low efficiency, 
where only about 5% of the energy is converted to visible light. CFLs and LEDs have 
greater efficiencies near 20% and 50%, respectively 9. Of the lamps that use phosphor 
materials, CFLs have been available in retail stores for years.  While the availability is 
currently greater than for LED lamps, there is an environmental risk associated with the 
 3 
disposal of this lamp due to its mercury content.  The implementation of LED lamps 
allow for a more safe and efficient means of lighting with longer lifetimes. 
 Fluorescent lamps are based on low-pressure gas (Hg) discharge lamps.  The 
fluorescent lamp is a sealed glass tube that contains a small amount of mercury and an 
inert gas.  The tube also contains a phosphor powder coating on the inside of the glass. 
Electrons and ions created in the tube interact with the mercury atoms at low pressures 
via collisions causing UV emissions at 185 nm and 254 nm.  The emission at these 
wavelengths by mercury is the excitation energy for the coated phosphors and 
subsequently causes a visible PL emission 
10
. 
There are three main methods of producing high intensity white light LEDs.  One 
method is to rely on individual LEDs that emit red, green, and blue light.  These are 
known as primary colors to produce white light.  An alternative method of producing 
white light LEDs involves coating a blue light emitting semiconductor chip, such as 
InxGa1-xN, with red and green emitting phosphors to produce “warm” white light or by 
coating it with a yellow emitting phosphor to create “cool” white light LED assemblies.  
The latter was used in the first commercially available white light emitting LED made by 
the Nichia Corporation, where the emission from the InxGa1-xN semiconductor chip 
(x = 0.3) is combined with the yellow emission of Ce
3+ 
doped Y3Al5O12 (YAG: Ce
3+
) 
phosphor by coating the luminescent phosphor materials onto the blue emitting 
semiconductor chips 11.  Such a lamp has poor color rendering.  This led to a different 
approach for white light emitting LEDs, where a blue emitting semiconductor chip can be 
coated by both the yellow emitting YAG: Ce
3+
 phosphor and a red emitting phosphor.  
Examples of these LED types are shown in Figure 1.1. 
 4 
Light can be characterized as “warm” or “cool” based on the correlated color 
temperature (CCT), which is based on the spectrum of light emitted from heating a 
blackbody. As the temperature increases, the color of light emitting from a blackbody 
ranges from red and orange at lower temperatures to blue at higher temperatures. 
Although red, orange and yellow colors emit at lower temperatures, the colors themselves 
are generally perceived as warm.   Incandescent bulbs have color temperatures values 
ranging from 2700K-3000K.  Cool white CCT values are around 5000K, which 
correspond to a bluish-white color. 
 
 
Figure 1.1:  Diagram of PC-LED lighting assemblies, (a) blue semiconductor chip with 
yellow phosphor, (b) blue semiconductor chip with yellow and red phosphor, and (c) blue 
semiconductor chip with red and green phosphor. 
 
 
The Physics of Photoluminescence 
Photoluminescence is a process involving the absorption of light energy, which 
excites electrons in a material and their subsequent de-excitation causes light to be 
emitted.  The remaining energy not used to produce light appears as vibrational energy or 
heat.  The time in which the decay process can occur ranges from 10
-9
 s to 10
-3
 s in 
fluorescence and from 10
-3
 s to 100 sec in phosphorescence
7
.  The emission of light may 
 5 
be more or less energetic than the excitation energy.  A Stokes shift occurs when 
materials absorb higher energy radiation, and emit lower energy light.  Anti-Stokes shifts 
occur by the absorption of lower energy radiation (i.e in the IR region) and the 
subsequent emission of higher energy light (i.e in the visible region).  Similarly, Stokes 
and anti-Stokes shifts can be referred to as down- and up-conversion, respectively.  In 
this dissertation photoluminescent materials were explored with respect to their Stokes 
shift or down-conversion of near and far UV to produce light in the visible region.    
The Configurational Coordinate Model for Photoluminescence 
The configurational coordinate model uses potential energy curves of electronic 
states as a function of a configurational coordinate.  This coordinate can be, for instance, 
one of the vibrational modes of an atom involved such in a symmetrical stretch where the 
central atom, i.e. of an octahedron is at rest, and the ligands are oscillating around the 
center.  In this model the lower parabola represents the ground state.  Its shape is 
parabolic having a minimum at R0, which corresponds to an equilibrium distance in the 
ground state.  This is due to the underlying assumption of a harmonic oscillator 
5
.  In the 
excited electronic state there can be a different minimum configurational coordinate.  
These differences are due to the fact that in the excited state the chemical bond is weaker 
than in the ground state 
5
.  This is caused by electrons being promoted to non-or 
antibonding orbitals which cause the bond length to increase and the bond strength to 
weaken. 
 In the absorption processes described in the configurational coordinate model, 
the transitions between the ground state and excited state parabolas are electronic 
transitions, which also involve interactions between the electrons and the vibrations of 
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the optical centers.  In the case of a weak vibrational coupling, the electron is promoted 
from the ground state to an excited state, with little or no change of the configurational 
coordinate since the electrons move much faster than the nuclei.  This is based on the 
Born and Oppenheimer approximation 
10
.  As a result of the near static nature of the 
atoms compared to the electrons, the absorption of energy is represented as a vertical 
electronic transition in the configurational coordinate diagram.  This is also known as the 
Frank Condon principle 10.  
 The photoluminescence of materials is illustrated in Figure 1.2.  The electronic 
transition starts from the lowest vibrational level v = 0 in the electronic ground state.  The 
most probable transition occurs at R0 where the vibrational wave function has its 
maximum value.  The transition will end at the edge of the excited electronic state 
parabola, since it is there that the vibrational levels of the excited state have their highest 
amplitude.  This transition corresponds to the maximum of the absorption band.  Once the 
excited state is reached, a rapid relaxation process to the lowest vibrational state in the 
excited state occurs, and heat is generated.  The electron subsequently returns to the 
ground state and a photon is emitted. In the emission spectra an intermediate to broad 
emission band is generally noticed due to the loss of vibrational energy in the relaxation 
process in the excited state. There is an increase of the configurational coordinate from 





   
 
Figure 1.2: The configurational coordinate diagram for luminescence of phosphor 
materials 
 
 A major concern for phosphor based LEDs is the availability of phosphors that 
are chemically stable and have low thermal quenching properties.  The largest decrease in 
the photoluminescence emission intensity occurs between 150°C-200°C.  Thermal 
quenching is a phenomenon where luminescence is decreased at higher temperatures. The 
temperature dependence of luminescence depends on the energy difference between the 
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excited state and its intersection with the ground state, through which a radiationless 
transition to the ground state can be made as depicted in the configuational coordinate 
model.  The addition of thermal energy (Ethermal in Figure 1.2b) may be sufficient to raise 
the vibrational energy of the system to the point where an electron in the excited state can 
return to the ground state without emitting photons. This occurs when there is an 
increased coupling between the luminescent center and its host.  
 When two parabolas lie above one another in the configurational coordinate 
diagram seen in Figure 1.2c, a narrow line represents the bandwidth of the optical 
transition. This is called a weak-coupling scheme, where ΔR ≈ 0. This case is normally 
seen when trivalent rare-earth ions are substituted into a host.   
Concentration Quenching 
In addition to thermal quenching reducing the PL intensity of phosphor materials 
at high teperature, the concentration of RE ions or other luminescent centers doped within 
a structure also impacts the photoluminescence yield.  As the concentration of 
luminescent centers/ RE ions increases, the PL intensity will increase until a critical 
concentration is reached. The critical concentration is the level of substitution where the 
highest PL emission intensity occurs. Substitution above the critical concentration results 
in a decrease of the photoluminescence intensity.  This effect is called concentration 
quenching.  The quenching effect can be attributed to the reduced distance between 
luminescent centers, which allow for the excitation energy to be transferred several times 
before emission occurs.  The critical distance (Rc) can be defined as the distance between 
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, where V is the volume of the unit cell, N is the number of the available cation sites in the 
unit cell, and χc denotes the critical concentration of RE ions.  It is to be expected that the 
luminescent centers aggregate/cluster, which will affect luminescence and reduce the 
yield compared to ideally separated centers 10.  The luminescence caused by the 
substitution of rare-earth ions/activators needs to also take into account the selection rules 
for allowed electronic transitions. 
Selection Rules for Photoluminescence 
 The luminescence caused by the substitution of rare-earth ions/activators needs 
to also take into account the selection rules, which dictate whether optical transitions are 
allowed or not.  The selection rules are expressed in Russell-Saunders terminology, 
where L is the sum of the angular momentum (Σl) of the electron, S is the sum of the spin 
quantum number (Σs), and J represents the total angular momentum (L ± S) 7.   The 
combination of the terms L and S allows is known as Russell-Saunders coupling or L-S 
coupling. The spectroscopic terms given in Russell-Saunders are written as 
2S+1
LJ.  The L 
values (0, 1, 2, and 3) correspond with the terms S, P, D, and F, respectively.  These 
terms were originated by Balmer in 1890 for the characterization of the spectra for the 
hydrogen atom 7. 
These rules, which apply to dipole transitions, are defined by the following conditions: 
ΔL = ± 1     ΔS = 0     ΔJ = ± 1, 0.    (1.2) 
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However an electronic transition between two spectroscopic terms, where J = 0 is not 
allowed 7.  
 Although selection rules may characterize an electronic transition to be 
“forbidden”, photoluminescence will still be observed due to crystal field splitting caused 
by structural distortions (i.e. Jahn-Teller effect) but with lower intensities. 
The trivalent lanthanide ions (RE
3+
) have an outer electron configuration 5s, 5p, 
4f
n
, where n varies from 1 (Ce
3+
) to 13 (Yb
3+
), which corresponds to the number of 
electrons occupying the unfilled 4f shell.  These valence 4f
n
 electrons are responsible for 
the observed optical transitions in PL and are shielded by the outer electrons of the 5s and 




 less electron configurations
10
.  Due to shielding by the 5s and 
5p electrons, the valence electrons of the RE
3+
 ions are weakly affected by the ligand ions 
in crystals, which correspond to a weak crystal field.  Consequently, the spin-orbit 
interaction term of the free ion Hamiltonian is dominant over the crystalline field 
Hamiltonian term, causing the 
2S+1
LJ states of the (RE)
3+
 ions to be slightly perturbed 
when these ions are incorporated into the crystals
7
.  The crystal field effect produces a 
slight shift in the energy of these states and cause additional level splitting.  The extent to 
which this shift occurs as well as the splitting energy is much smaller than the spin-orbit 
splitting. This results in optical spectra that resemble those of free ions.  Additionally, the 
main features of the absorption and luminescence of the trivalent lanthanide ions varies 
little from one structure to the next.  This observation made by Dieke and collaborators 




 The spectroscopic terms for the ground state Ce
3+
 ion according to Russell-
Saunders can be determined by its ground state electron configuration (4f
1
).  Since there 
is only one valence electron in the outer 4f shell, the +1/2 spin state (S) yields 2S+1 = 2.  
The L term has a value of 3, thus the 
2S+1
L designation is 
2
F.  As previously stated, the J 
term is defined as L ± S, which yields values of 7/2 and 5/2, respectively.  When the 




F5/2 level.  
This splitting gives the Ce
3+
 ion a characteristic double band shape.   
In order to increase the efficiency of the photoluminescence emission in 
phosphors, sensitizers are often used.  Sensitizers are used to transfer energy to the 





 , where Sb
2+
 serves a dual role as sensitizer and activator.  
The Mn
2+
 also serves as an activator ion.  The sensitization process is detected by 
photoluminescence excitation spectra, where these two ions have similar energy bands.  
As the concentration of Mn
2+
 increases, the energy band for Sb
2+
 decreases due to the 




 are co-doped in 
Sr3AlO4F, where Ce
3+
 acts as a sensitizer and activator 
4,13
. 
Host structures are also capable of sensitizing luminescent centers.  This process, 
called host sensitization, occurs by energy transferring from recombined electron-hole 
pairs or thermalized electron-hole pairs to luminescent centers.  Rare-earth ions as well as 







 Photoluminescence data was collected using a Perkin Elmer LS 55 fluorescence 
spectrometer with a fiber optic attachment.  This instrument is equipped with a xenon 
flash tube that travels along the path outlined in Figure 1.3. The spectral range of the 
excitation monochromator is 200-800nm, while the emission of the monochromator 
ranges from 200-900nm.  The slit widths can also be varied from 2.5 to 15 nm for the 
excitation monochromator and between 2.5 and 20 nm for the emission monochromator. 
Results from the emission spectrum can be used in the Color Calculator program by 




Figure 1.3:  Diagram of the Perkin Elmer LS55 spectrofluorometer
15
 
 The generation of chromaticity coordinates is a wonderful tool that allows for 
researchers to effectively communicate the color that the phosphor materials produce 
when excited.  These values, denoted by x and y, are normalized and can be used to 
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compare colors with different intensity values. The equation x + y + z = 1 is derived from 
equation relating to color specification x = X/X+Y+Z, y = Y/X+Y+Z and z = Z/X+Y+Z, 
where X, Y, and Z represent the tristimulus values for the colors red, green and blue, 
respectively
16
.  The CIE chromaticity diagram used throughout this dissertation is shown 
in Figure 1.4. 
 




Diffraction and Crystallographic Techniques 
 X-rays are generated when electrons collide with a metal target within an 
evacuated x-ray tube.  The irradiation of the metal target by electrons produces a 
significant amount of heat and cooling is a must.  Approximately 30 to 50 kilovolts are 
needed for diffraction work to take place 17. Copper targets have K lines near 1.5418 Å.  
Ordinarily only the K lines are useful in x-ray diffraction, since the longer-wavelength 
x-rays are too easily absorbed by materials.  There are several lines in the K set, but only 
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the three strongest are observed in normal diffraction work.  These are the Kα1, Kα2, and 
Kβ1.  The α1 and α2 components have wavelengths so close together that they are not 
clearly resolved as separate lines; if they are resolved, it is called the Kα doublet, but if 
they are not it is referred to as the kα line.  Similarly Kβ is referred to as the Kβ line 17-18. 
In order for samples to be analyzed by the diffractometer the incident radiation 
generated by the source must be diffracted by the atoms in the planes of the crystal 
structure.  The condition, which must be met for diffraction to occur is Bragg’s law: 
nλ = 2dsin θ.    (1.3) 
 The variable n is known as the order of diffraction and is equal to the number of 
wavelengths in the path difference between x-rays scattered by adjacent planes.  
Therefore for fixed values of λ and d, the angles of incidence (θ) may have many values 
at which diffraction can occur 18-20.  In a first order case, where n = 1 reflection, the 
scattered x-rays in Figure 1.5 would differ in path length by one wavelength. The rays 
scattered by the atoms in each plane are considered to be in phase and forms a diffracted 
beam.  
 
Figure 1.5: Diffraction of x-rays in accordance with Bragg’s law 
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Bragg’s law can be applied experimentally by using x-ray, neutron, or electron 
beams of a known wavelength and measuring θ. This will allow for the determination of 
the d spacing, which is the basis for structural analysis.   
After synthesis of solid samples, a Rigaku Miniflex was used in the analysis of 
these solid samples via powder x-ray diffraction. The Rigaku Miniflex uses a Cu target 
that produces Cu-kα x-rays needed for analysis.  A Ni filter is used to suppress the kβ 
radiation for a monochromatic beam with a wavelength of 1.5406Å.  The diffractometer 
is equipped with a vertical goniometer with a radius of 150 mm.  The scanning range is 
between -3° to 150° 2θ, while the measurement range is between +2° to 150° 2θ.  The 
detector in the Rigaku Miniflex has a 24mm diameter and a 45 mm length.   The 











Neutron beams are often produced in a nuclear reactor and have a nearly 
continuous spectrum which can be used in a variety of ways 17,20. X-rays differ from 
neutrons in terms of their scattering by the atomic nuclei.  Since nuclei are much smaller 
than the electron clouds used to scatter x-rays, nuclear neutron scattering is called point 
scattering.  The scattering factors are therefore constant over the entire range of Bragg 
angles.  The greatest advantage of neutron diffraction is that the scattering functions are 
not proportional to the atomic number and they also are different for isotopes of the same 
element.   
These advantages for neutron diffraction allows for the neighboring elements on 
the periodic table to be distinguished from one another.  The neutron scattering lengths 
for Sr, Al, O, and F are 7.02(2) fm, 3.449(5) fm, 5.805(4) fm, and 5.654(12) fm, 
respectively.  These scattering lengths are consistent for the entire range of data 
collection while the x-ray scattering factor decreases over the range of sin θ/λ =0 22.  
The neutron data used in this dissertation were collected at the Australian Nuclear 
Science and Technology Organization’s (ANSTO) research reactor at Lucas Heights, 
Australia by Dr. Maxim Avdeev. The Sr3AlO4F samples analyzed via neutron diffraction 
were sealed in a vanadium container using an indium wire.  The data was collected using 





 After samples are measured by x-ray diffraction or neutron diffraction, Rietveld 
refinement is used to determine various structural properties of the samples such as lattice 
parameters, number of phases, and pertinent structural parameters. Rietveld refinement is 
a powerful tool that is often used to refine the structural properties of materials as well as 
determine the components of unknown materials based on their diffraction pattern.   
 The x-ray diffraction patterns are refined using the GSAS suite of programs 24, 
where the observed diffraction pattern is used to refine a calculated diffraction pattern 
based on a model.  A “goodness of fit” determines the quality of the structural model 
24
.  
In this method, the powder data is digitized in order to be used by computers.  These 
values are represented as a numerical intensity (yi) at each of several thousand steps (i) in 
the diffraction pattern 22.  These increments or steps may be in terms of scattering angle, 
2θ, or some energy parameter such as velocity (time of flight neutron data) or wavelength 
(for X-ray data collected with energy dispersive detector and an incident beam of white 
X-radiation) 23.  For data collected by a diffractometer at a constant wavelength, the steps 
are usually in terms of scattering angle and the intensity yi at each step i, in the pattern 
22
.  
 The main goal for employing the Rietveld method is to have an optimal least 
squares fit to all of the yi values simultaneously.  The quantity minimized in the least-
squares refinement is the residual Sy: 
    ∑   (      )
 
    (1.4) 
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where, wi = 1/yi, yi = observed intensity at the ith step, yci = calculated intensity at the ith 
step, and the sum is overall data points. 
 A powder diffraction pattern is a series of individual profiles, each possessing a 
peak height, a peak position, a breadth, tails which decay gradually with a distance from 
peak position, and an integrated area which is proportional to the Bragg intensity, IK, 
where K represents the Miller indices, h, k, and l.  The value IK is proportional to the 
square of the absolute value of the structure factor |  |
 .   
Typically, many Bragg reflections contribute to the intensity, yi, observed at any arbitrary 
chosen point i in the pattern.  The calculated intensities (yci) are determined from the 
|  |
  values calculated from the structural model from summing of the calculated 
contributions from neighboring Bragg reflections in addition to the background expressed 
by: 
      ∑    |  |
                         (1.5) 
In this equation s is the scale factor, K represents the Miller indices h, k, and l for a Bragg 
reflection, LK contains the Lorentz polarization, and multiplicity factors, ϕ is the 
reflection profile function, PK is the preferred orientation function, A is an absorption 
factor, FK is the structure factor for the Kth Bragg reflection and ybi is the background 
intensity at the ith step.   
When analyzing samples via x-ray diffraction, parameters are likely to change 
from one sample to the next.  One of these parameters is preferred orientation.  Preferred 
orientation of analyzed samples occurs when there is a tendency for the crystallites to be 
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oriented in a random fashion.  This may produce systematic distortions in the reflection 
intensities.  This can be a result of how the sample is packed. 
The background intensity may be obtained from a table of background intensities, 
a linear interpolation between user-selected points in the pattern, or a specified 
background function.  Background functions in the GSAS program include as many as 36 
parameters, however it is common to use 1-12 parameters. 
The reflection profile function (ϕ) predicts/models the effects of both instrumental 
features and specimen features, which may include aberrations due to absorption, 
specimen displacement, and specimen-caused broadening of the reflection profiles.  In 
refinement programs, some of the most widely used programs include two different 
pseudo-Voigt functions, the Pearson VII function, and Gaussian, Lorentzian and 
modified Lorentzian functions. 
 The structure factor (FK) is given by 
    ∑            [   (           )]   (1.6) 
, where h, k, and l are the Miller indices, xj, yj, and zj are the position parameters of the jth 
atom in the unit cell and fj is the x-ray atomic scattering factor and Nj = site occupancy 
multiplier for the jth atom site.  The term Bj refers to the temperature factor, which 
describes the thermal motion of the jth atom. 
 The Rietveld method can be applied to both x-ray and neutron diffraction, 
however, the expression fj is replaced by bj (neutron scattering length) when refining 
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neutron data.  This is due to the x-rays being scattered solely by electrons, whereas the 
scattering factors for neutrons
1
 are constants and do not vary with increasing Z 17,22.  
The Rietveld method allows for the aforementioned variables/ parameters to be 
changed until a global minimum is reached. R-values are used to compare the observed 
and calculated diffraction patterns, where Rwp is considered to be the most useful due to 
the numerator of the residual being minimized and subsequently reflects the progress of 
the refinement.  Rwp is defined by the formula: 
     {
∑                    
 
∑           
 }
   
  (1.7) 
 
Calculating the Bond Valence sums of Sr3MO4F 
 According to a formalism developed by I.D. Brown 
25
 the individual bond 
valence of an atom can be calculated using the equation: 
Sij = exp((r0-rij) /B)   (1.8)    
where Sij is the individual bond valence between atoms i and j in the material, rij is the 
actual bond length between atoms i and j, r0 is the ideal bond length tabulated by Brown 
and Wu
26
 and B is an empirical constant with a value of 0.37 Å
26
.  After refining the 
Sr3MO4F structure, we obtain bond lengths that are sufficient to calculate the bond 
valence sum (BVS) values.  The 10-coordinated Sr occupy the A(1) site, where 8 bonds 
are formed with O and the other 2 with F.  The 8-coordinated Sr located at the A(2) site 
has 2 different types of bonds between Sr and O (4x, 2x)  and 2 bonds with F.  A diagram 
                                                          
1
 Neutrons can scatter electrons via spin interactions 
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The M ions are coordinated to 4 O atoms forming a tetrahedra. The F ions are 6-
coordinated as a FSr6 octahedra, where F-Sr(2) bonds are the equatorial bonds and the 
F-Sr(1) bonds are the axial bonds. The BVS values for O can be calculated by simply 
adding the individual bond valences of the nearest neighbors.  These nearest neighbors 
are show in Figure 1.7.   The bonds with the nearest neighbors consist of 2 Sr(1)-O, 2 
Sr(2)-O short bonds, 1 Sr(2)-O long bond, and 1 M-O bond. 
 
Figure 1.7:  Oxygen nearest neighbors in Sr3AlO4F 
Applying the bond-valence method, developed by I.D. Brown 29 to Sr3MO4F 
reveals that the Sr
2+
 in the A(1) site is “under bonded” as shown by its valence sum of 
only 1.30.  Prodjosantoso et al. experimentally confirmed by structural refinements of x-
ray data that therefore the smaller Ca
2+
 ions preferentially occupy the A(2) sites, while 
the larger Ba
2+
 ions have a tendency to occupy the A(1) sites within the Sr3MO4F host 
lattice 28.  The bond lengths for Ba2+ in a A(1) site are closer to its ideal bond lengths (Ro) 
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and yields a bond valence sum near 2, while the coordination in a A(2) site will result in 
the bond-valence sum rising significantly above 2.  In the solid solution Sr3-xCaxAlO4F 
(0 ≤ x ≤ 1) only the A(2) sites contain Ca
2+
.  Likewise in the solid solution Sr3-xBaxAlO4F, 
only when x ≥ 0.8 will Ba
2+
 occupy the A(2) sites 28.   
A3MO4F Synthesis and Structure 
This dissertation focuses on the exploration of oxyfluorides in the A3MO4F family 
as potential phosphors for CFL and LED phosphors.  Oxyfluoride host structures can 
combine the positive physical attributes of oxide and fluoride structures. Oxides exhibit 
chemical stability to withstand UV photons; however their high phonon frequency 
usually results in significant thermal quenching.  Fluoride materials experience reduced 
phonon modes due to the increased bond strength.   
 
Solid-state synthesis of A3MO4F Materials 
 The synthesis of A3MO4F materials involves the intimate mixing of solid starting 
materials in a mortar and pestle followed by heating in 24h cycles at 700°C, 800°C, 
900°C and annealed between 1050°C to 1100°C.  Information regarding the specific 
formulations of A3MO4F materials is given in the respective chapters. The process for 
synthesizing this class of materials is known as the solid-state or ceramic method.  
Traditionally, this synthetic method requires more time for the reactants to diffuse 
through the solid interfaces.  To increase the reaction rate in the ceramic method, the 
solid reactants are pressed into pellets before heating 
30-31
.  As products form, the reaction 
rate steadily decreases as the diffusion path length increases. To further improve the 
reaction and allow the reaction to proceed towards completion, the solid sample is 
 23 




 The photoluminescent properties of these materials are induced by a post-
synthesis reduction step using a 5% H2/95% Ar gas mixture.  Each sample is placed into 
an alumina boat and heated in a Lindburg/Blue Mini-Mite 
TM
 tube furnace, where the 
tube is made of alumina.  The ends of the tube are fitted with hollow aluminum fittings 
that allow the reducing gas to freely flow through and control the atmosphere 
surrounding the sample. Figure 1.8 shows the setup of the tube furnace.  Each sample, 
regardless of reducing temperature, was heated at the reducing temperature for three 
hours.  
 
Figure 1.8: Tube furnace setup for reduction of materials 
Structure of A3MO4F materials 
The A3MO4F-type materials Sr3AlO4F and Sr3GaO4F (shown in Figure 1.9) were 
first structurally characterized by Vogt et al. and belong to the tetragonal I4/mcm space 
group. The lattice parameters for the Sr3AlO4F structure is a = 6.7819(1) Å and 
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c = 11.1437(2) Å, while the lattice parameters for the Sr3GaO4F structure is a = 6.7819(1) 
Å and c = 11.3662(3) Å
32
.      
 
Figure 1.9:  Structure of A3MO4F 
One way of describing the structure of Sr3MO4F lattice is as a distorted anti-
perovskite structure.  The traditional perovskite structure has the formula ABX3 shown in 
Figure 10a and refers to the highly symmetric cubic structure (Pm-3m), where A and B 
are cations and X are anions.  The overall structure is an arrangement of corner-sharing 




Figure 1.10: Comparison of Perovskite structure of (a) SrTiO3 and distorted anti-
Perovskite (b) Sr3MO4F in the 001 direction. 
 
In the anti-perovskite structure, F
-
 occupies the octahedral B site while the 6 Sr
2+
 
ions occupy the corner-sharing octahedral X sites (anion sites in an oxide or halide 
perovskite), and the AlO4
5-
 ions occupy the A-site.  Compared to cubic perovskite 
structures, the symmetry is lowered by an axial elongation of the FSr6 octahedra in 
Sr3AlO4F.  The axial F–Sr(1) distance is 2.7869(1)Å, while the equatorial F–Sr(2) 
distance is 2.5188(8)Å in Sr3AlO4F 
32
.   This distortion of the octahedra gives rise to two 
distinct A sites shown in Figure 1.6. The A(1) site is in the axial positions of the corner 
sharing octahedra, and the A(2) site occupies the equatorial positions.  A(1) sites are 10-
coordinated and A(2) sites are 8-coordinated.  In Sr3MO4F, the octahedra are rotated by 
approximately 18° about the c-axis. The direction of the rotation alternates from one layer 
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PHOTOLUMINESCENCE AND STRUCTURAL STUDY OF AIR-ANNEALED AND 
REDUCED Sr3AlO4F USING HIGH RESOLUTION NEUTRON POWDER 
DIFFRACTION  
Introduction 
In 1999, the Sr3AlO4F and Sr3GaO4F analogues of the A3MO4F host lattice were 
structurally characterized by Vogt et al 
1
. Over the years, these structures have been used 
as host lattices for solid-state lighting materials by Chen et al 
2
, Bin Im et al 
3
, Setlur et 
al 
4




.  Prodjosantoso et al 
7





 substituted Sr3AlO4F host lattice.  Green and Vogt
8





 substituted Sr3GaO4F in addition to the characterization of the 
self-activating photoluminescent (PL) properties, which will be presented in Chapter 3.  
In Vogt et al, the initial refinement of Sr3GaO4F was compared to Sr2GdGaO5 since it is 
isostructural
1,9
 (I4/mcm space group).  The Sr2GdGaO5 structure consists of two O sites, 
where one oxygen site coordinates in the Wyckoff position 4c similar to F in Sr3GaO4F.  
The other O site coordinates in Wyckoff position 16l.  The Gd
3+
 ions can occupy either 
the 4a or 8h sites in the I4/mcm structure.  
 30 





layers, where the Sr located in each of the layers differ in coordination environments. 





 layers, respectively.  The Sr atoms located in the SrMO4 layer will be designated 
as the Sr(1) atom.  These Sr atoms are 10-coordinated by two fluorine atoms located 180° 
from each other and eight oxygen atoms from nearby MO4 tetrahedra.  The Sr in the Sr2F 
layer (also known as the A(2) layer) is often referred to as Sr(2) and will be referred to as 
such throughout this work. Sr(2) is in an 8-coordinated environment, where each Sr(2) 
atom is bonded to two F atoms as well as three oxygen atoms above and below the plane.    
The lattice parameters of Sr3MO4F were measured by both x-ray and neutron 
diffraction of these materials, and determined to be a = 6.78221(9) Å and c = 11.1437(2) 
Å for Sr3AlO4F, and a = 6.78147(5) Å and c = 11.3692(1) Å for Sr3GaO4F using 
synchrotron radiation
1
. Additional neutron diffraction data determined for Sr3GaO4F 
confirmed that the lattice parameters were accurate with a = 6.7819(1) Å and 
c = 11.3662(3) Å
1
. The structural analyses of Sr3AlO4F structures used the bond valence 
method described in the introduction as a means of comparing the sum of all of the 
individual bond valences to the formal charges of the atoms/ions in the structure.  Vogt et 
al determined from the refinement of these structures that the Sr(1) is “underbonded”, 
which means that the bonds to this site are elongated.  This suggested that this structure is 
able to accommodate larger ions such as Ba
2+
, while maintaining its structural integrity.   
Park and Vogt initially showed that these oxyfluoride structures exhibit self-
activating photoluminescence properties when λex = 254nm after exposure to a reducing 
(5% H2/95% Ar) atmosphere
10
.  In addition to heating these materials in a reducing 
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atmosphere, the color emitted in the photoluminescence can be tailored by substitutions 
made at the A(1), A(2) and M sites in the host structure as well as by varying the gas flow 
rate and temperature of the reducing atmosphere 
10
.  While many of the aforementioned 
researchers focused on the changes in PL caused by iso- and aliovalent substitutions in 
the Sr3MO4F host structure, the fact that the reducing atmosphere changes the PL has not 
been studied in detail.  The purpose of this chapter is to study the PL and structural 
changes in Sr3AlO4F caused by tempering in a reducing atmosphere.  These will be done 
using high-resolution neutron diffraction data as well as photoluminescence 
measurements.  High resolution neutron powder diffraction can also detect minor 
impurities such as SrF2 which was seen by Setlur et al in 
(Sr0.5925Ca0.4Ce0.0075)3Al0.6Si0.4O4.4225F0.5775 
3
 and Im et al in Sr2.975BaxCe0.025AlO4F 
4
 
materials within powder samples made via solid-state synthesis/ceramic method.  SrF2 is 
a common impurity in most samples  
Experimental 
The Sr3AlO4F samples were synthesized using the solid-state synthesis method, 
where the solid starting materials SrCO3 (Sigma-Aldrich, 99.995%), Al2O3 (Sigma-
Aldrich, 99.95%), and SrF2 (Sigma-Aldrich, 99.995%) were mixed thoroughly in an 
agate mortar and pestle followed by heating in 24 hour cycles at 700°C, 800°C and 
900°C. These samples were annealed in air for 48 hours at 1050°C as suggested in the 
experimental section in Vogt et al.  Initial structural information was determined by data 
collected by a Rigaku Miniflex diffractometer with Cu-kα radiation (λ = 1.5406Å) over a 
range of 3°- 149° 2θ.  Once the diffraction pattern does not exhibit any discernable 
impurities, it is heated for 3 hours at 900°C in a 5%H2/95%Ar atmosphere to induce 
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photoluminescence emission.   Photoluminescence emission and excitation data are 
collected using a Perkin-Elmer LS 55 fluorescence spectrometer.
 
 The Sr3AlO4F samples 
were sealed in a vanadium container using an indium wire to ensure no oxidation during 
the collection of neutron powder diffraction data. The data was collected by Dr. Maxim 
Avdeev using a neutron beam with a λ = 1.300Å generated by a Ge 355 monochromator 
at the Australian Nuclear Science and Technology Organization’s (ANSTO) research 
reactor at Lucas Heights, Australia.  This instrument also provides data in a d-spacing 
range of 0.8-18.6Å and a Q-range of 0.3-7.7Å
1,11
.  
The GSAS suite of programs were used to refine the neutron diffraction data 
presented in this chapter, where the lattice parameters, atomic coordinates, isotropic 
thermal parameters, histogram scale factor, pseudo-Voigt peak profiles and linear 




Results and Discussion 
Photoluminescence of Sr3AlO4F 
It is common that materials such as Sr4Al14O25 and MgxSr1-xAl2O4 phosphors, as 
well as calcium aluminate glass
13
 materials, are heated in reducing atmospheres to 
enhance their photoluminescent properties when doped with rare-earth ions.  The 
photoluminescent properties of Sr3AlO4F materials are produced by tempering in a 5% 
H2/95% Ar atmosphere.  Park and Vogt have determined that the self-activated 
photoluminescence in Sr3AlO4F can be tailored by varying the temperature and gas flow 
rate in the reducing step
10
. In this study, the samples were tempered for three hours in a 
5% H2/95% Ar atmosphere in a tube furnace at 900°C, which resulted in a fine powder 
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material that exhibits a bright white color when excited by 254 nm light as shown in 
Figure 2.1.  Similarly, exposing various strontium aluminate phosphors to reducing 





) and unsubstituted materials
14
. Air-annealed Sr3AlO4F materials 
(Sr3AlO4F(air)) do not show photoluminescence without this reduction step.  
  
 
Figure 2.1:  Images of (a) Sr3AlO4F(r), (b) Sr3AlO4F(air), and (c) SrF2. (λex = 254nm) 
 
Figure 2.2 shows the broad-band emission of the reduced Sr3AlO4F material 
(Sr3AlO4F(r)), where the emission ranges from 430-650nm.  The excitation spectra shows 
a maximum intensity near 250 nm and a lower intensity peak /shoulder near 230nm.  The 
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excitation spectrum also shows a sharp decline in intensity from 250-300nm.  The 
maximum emission intensity is near 495nm, which corresponds to a 250nm excitation.  
However, the PL spectra in Figure 2.2 also shows that Sr3AlO4F(air) exhibits a very low 
emission intensity.  When compared to the PL spectra of SrF2 in Figure 2.3, the emission 
spectra both have peaks appearing near 488 in the emission spectrum, which confirms the 
presence of SrF2 as an impurity. Sr3AlO4F(r) also had traces of this impurity, however, the 
high intensity of the Sr3AlO4F sample allow for the PL of SrF2 to be masked. Data from 
the emission spectrum, with λex = 254nm can be converted to CIE chromaticity 
coordinates (given as x, y coordinates) to characterize the color of the samples.  These 
coordinates, plotted in Figure 2.4, are x = 0.2160 and y = 0.3764 for Sr3AlO4F(r), where 
the values correspond to a blue-green color and are very similar to the ones given by Park 
and Vogt (x = 0.2429, y = 0.3387) 
10
. This blue-green color does not account for the 
brightness or intensity of the material, but simply the hue; however, the intensity is 
significant compared to a Sr3AlO4F sample synthesized completely in a 5% H2/95% Ar 
atmosphere
10
.    
Due to the ideal λex being near 254nm, the Sr3AlO4F(r) host may have a potential 
use as a phosphor for compact fluorescent lamps (CFLs), where the mercury vapor 




Figure 2.2:  Emission and excitation spectra of Sr3AlO4F(air) and Sr3AlO4F(r)  samples. 
 
Figure 2.3:  Photoluminescence of Sr3AlO4F(air) and SrF2, where λex = 254nm. 
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Figure 2.4: Plot of CIE chromaticity coordinates, (1) denotes Sr3AlO4F(r), (2) denotes 
Sr3AlO4F(air) and (3) is SrF2 (λex = 254nm) 
 
Structural Analysis 
To fully characterize the air annealed and reduced structural parameters of 
Sr3AlO4F, high-resolution neutron powder diffraction (NPD) was used.  In order to 
minimize the systemic errors and allow for comparison, both samples were measured 
with the same instrument configuration one after the other.  The Rietveld refinement of 
the neutron diffraction data show a slight change in the refined lattice parameters as well 
as the site coordinates in the unit cell between Sr3AlO4F(air) and Sr3AlO4F(r). Using the 
GSAS suite of programs, the same 42 variables were used to refine the neutron 
diffraction data for the Sr3AlO4F(air) and Sr3AlO4F(r) samples.  Plots of the Rietveld 
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refinement data are shown in Figures 2.5 and 2.6 for Sr3AlO4F(air) and Sr3AlO4F(r), 
respectively.  These plots show that a 2-phase refinement was performed for both the air-
annealed and reduced samples, where SrF2 is the second phase.  The presence of SrF2, as 
stated in the previous section, causes a low intensity emission and is approximately 0.3% 
of Sr3AlO4F(air) and 0.14% in Sr3AlO4F(r).   
The neutron diffraction data of Sr3AlO4F(r) compared to Sr3AlO4F(air) shows a 
slight contraction in the a-parameter by 0.11%, while the c-parameter expands by 
0.016%.   The unit cell volume decreases by ≈0.2% from 513.84Å
3
 in Sr3AlO4F(air) to 
512.76Å
3
 in Sr3AlO4F(r).  The site coordinates and refined thermal parameters of 
Sr3AlO4F(air) and Sr3AlO4F(r) are given in Table 2.1 and 2.2, respectively.  In addition to 
these tables, selected distances and angles are given for both sets of data in Table 2.3, 
where the metric Δesd is used to determine the significance of the changes in distances and 
bond angles.  This value is calculated by the equation: 
Δesd = (d(air) – d(r)) / σ   (2.1) 
, where d(air) represents a refined value for Sr3AlO4F(air), d(r) is a refined value for 
Sr3AlO4F(r), and σ represents the associated standard deviation given from the refinement 
output file for a structural parameter.  A Δesd value greater than ±5σ is considered to be 
significant change between Sr3AlO4F(air) and Sr3AlO4F(r), where (+) values indicates a 
decrease and (-) values indicate an increase.  This metric determines the changing lattice 
parameters to be significant, where there is a Δesd = 76σ for the a-parameter and -7.5σ for 
the c-parameter.  These changes indicate a slight elongation of the c-parameter and a 
large decrease in the a-parameter after Sr3AlO4F(air) is exposed to a reducing atmosphere.  
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 The associated bond distances and angles of Sr3AlO4F(air) and Sr3AlO4F(r) listed 
in Table 2.3 show that there is a nominal elongation of the Sr(1)-F bonds, while the Sr(2)-
F bonds are nominally shortened when these materials are tempered in a reducing 
atmosphere.  This in turn causes a minute distortion of the F-Sr6 octahedra within the 
Sr3AlO4F structure. In addition to the distortion of the F-Sr6 octahedra, there is also a 
significant decrease in the Sr(1)-O distance.  The greatest change in bond distances is 
between Sr(1) and Al, where the Δesd = 63σ. This effect, accompanied with the increase 
of the tilt angle from 17.86° to 17.97° has a Δesd = 3.7σ (≈0.6%), which suggests that the 
AlO4 tetrahedra are packed more efficiently within the host structure after being exposed 
to the 5%H2/95%Ar atmosphere.   The representative changes in the structure between 
Sr3AlO4F(air) and Sr3AlO4F(r) are illustrated in Figure 2.7.
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Figure 2.5: Rietveld refinement plot of neutron diffraction data of Sr3AlO4F(air).  The red green and pink profiles represent the 
observed, calculated and difference plots, respectively.  The black vertical lines represent the peaks in the Sr3AlO4F phase, while the 








Figure 2.6: Rietveld refinement plot of neutron diffraction data of Sr3AlO4F(r).  The red green and pink profiles represent the observed, 
calculated and difference plots, respectively.  The black vertical lines represent the peaks in the Sr3AlO4F phase, while the red vertical 


















Table 2.1:  Refined lattice parameters and atomic positions for Sr3AlO4F(air) 
Atom Wyckoff 
position 
x y z Occupancy Uiso 
Sr(1) 4a 0 0 0.25 1 1.49(5) 
Sr(2) 8h 0.1695(2) 0.6695(2) 0 1 0.56(3) 
Al 4b 0 0.5 0.25 1 0.61(7) 
F 4c 0 0 0 1 1.13(5) 
O 16l 0.1418(1) 0.6418(1) 0.6483(1) 1 1.08(2) 





 = 1.730, Rwp= 7.18%, Rp= 5.52%.  
 
Table 2.2:  Refined lattice parameters and atomic positions for Sr3AlO4F(r) 
Atom Wyckoff 
position 
x y z Occupancy Uiso 
Sr(1) 4a 0 0 0.25 1 1.33(5) 
Sr(2) 8h 0.1689(1) 0.6689(1) 0 1 0.54(3) 
Al 4b 0 0.5 0.25 1 0.38(7) 
F 4c 0 0 0 1 1.10(5) 
O 16l 0.1416(1) 0.6416(1) 0.6484(1) 1 0.97(2) 

















Table 2.3:  Changes in distances and angles between Sr3AlO4F(air) and Sr3AlO4F(r) 





a-parameter (Å) 6.7873(1) 6.7797(1) 76σ 
c-parameter (Å) 11.1542(2) 11.1557(2) -7.5σ 
Volume (Å
3
) 513.84(2) 512.76(2) 56σ 
Sr(1)-O (x8) (Å) 2.8503(7) 2.8478(7) 3.6σ 
Sr(1)-F (x2) (Å) 2.78854(6) 2.78898(6) -7.3σ 
Sr(2)-O (x2) (Å) 2.453(2) 2.458(2) -2.5σ 
Sr(2)-O (x4) (Å) 2.690(1) 2.685(1) 5σ 
Sr(2)-F (x2) (Å) 2.5211(4) 2.5199(4) 3σ 
Sr(1)-Al (Å) 3.39365(6) 3.38986(6) 63σ 
Al-O (x4) (Å) 1.771(1) 1.768(1) 3σ 
O-Al-O  114.20(4)° 114.25(4)° -1.25σ 
O-Al-O 100.37(8)° 100.29(8)° σ 
F-Sr(2)-F 144.28(6)° 144.06(6)° 3.7σ 
Sr(2)-Sr(1)-Sr(2) 100.667(8) ° 100.757(8) ° -11.38 
 
The BVS values for ions shown in Table 2.4 between Sr3AlO4F(air) and Sr3AlO4F(r) 
are essentially the same.  The most significant change in the BVS values between 
Sr3AlO4F(air) and Sr3AlO4F(r) involves the Al
3+
 ion.  Overall, the BVS values are in good 
agreement with the values published by Vogt et al.
1
  When studying the BVS values 
generated from the neutron data closely, we notice a minute increase. This could be 
attributed to the average bond distance surrounding each ion decreasing. For instance, 
Sr(1) is in a 10-coordinated environment, where 8 out of 10 bonds are with O, while the 
other two are with F.  The refined neutron data show a decrease in the Sr(1)-O bond 
length of 0.0025(7)Å. This difference suggests a contraction in the overall environment 
44 
resulting in an increased BVS value. The calculation of the discrepancy factors and 
global instability indices (G) in Table 2.5 show that the overall changes of the bond 
lengths causes very subtle changes to the structure overall. These metrics describe the 
entire structure and provides evidence of subtle distortions caused by exposing Sr3AlO4F 
to a 5%H2/95%Ar atmosphere.  
Table 2.4:  Bond valence sums (BVS) of ions in Sr3AlO4F(air) and Sr3AlO4F(r) 
Ion Sr3AlO4F(air) 
NPD  
Sr3AlO4F(r)      
NPD 
Sr(1) 1.33 1.34 
Sr(2) 2.13 2.14 
Al 3.28 3.31 
F 1.20 1.21 
O 1.92 1.93 
 
Table 2.5:  Discrepancy factors (di) of ions and global instability indices (G) of 
Sr3AlO4F(air) and Sr3AlO4F(r) 
Ion Sr3AlO4F(air)   
NPD  
Sr3AlO4F(r)      
NPD 
Sr(1) -0.67 -0.66 
Sr(2) 0.13 0.14 
Al 0.28 0.31 
F 0.20 0.21 









 This study was done to gain insight about the effect that reducing conditions 
have on the structure of Sr3AlO4F materials.  It is apparent that the reducing atmosphere 
has a significant impact on the photoluminescence in Sr3AlO4F.  This material exhibits a 
bright white color when excited by 254 nm light. There is evidence of a significant 
contraction of the a-parameter along with a minute elongation of the c-parameter.  The 
FSr6 octahedra reveal small distortions including small contraction of the equatorial 
F-Sr(2) bonds.  Although the FSr6 octahedra do not change significantly, a significant 
decrease in the Al-Sr(1) distance accounts for the decrease in the a-parameter.  
To gain further insight in this phenomenon, a similar study must be conducted 
with a series of air-annealed and reduced materials to substantiate our claims. 
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STRUCTURES AND SELF-ACTIVATING PHOTOLUMINESCENT PROPERTIES OF 
Sr3-xAxGaO4F (A = Ca, Ba) 
2
                                                          
2 Green, Robert and Vogt, Thomas. 2012. Journal of Solid State Chemistry. 194, 




More than a decade ago, a new family of ordered oxyfluorides with the chemical 
composition Sr3MO4F (M = Al, Ga) was discovered 
1
.  This family of materials has been 
investigated as potential host lattices for luminescent phosphors since isovalent and 
aliovalent substitutions on the cation sites are facile 
2-6
 and a post-synthesis reduction step 
allows a flexible tuning of the photoluminescent properties 
7-8
.  In order to make 
photoluminescent materials, substitutions are commonly made using trivalent rare earth 
(RE) ions, which act as activators when excited with light of an appropriate wavelength.  
Given the proper chemical reaction conditions, these materials can also become 
self-activated phosphors, exhibiting photoluminescence without the presence of activator 
ions.  Park and Vogt 
7-8
 show the significance of a reducing atmosphere by comparing the 
photoluminescent behavior of Sr3AlO4F when synthesized in a reducing atmosphere, air, 
and post-synthesis reduction.  This study showed that the reduced Sr3AlO4F materials 




The Sr3MO4F structure, as shown in Figure 3.1, can be described as an 
anti-perovskite structure.  The perovskite structure has the formula ABX3, where A and B 
are cations and X are anions.  The structure is built up of corner-sharing BX6/2 octahedra, 
(ReO3-type lattice) and the A cations occupy large voids within a ReO3-type lattice.  In 




Figure 3.1:  Structure of Sr3MO4F where the yellow atoms are F, the purple atoms are Sr, 
and the blue tetrahedrons represent the MO4: a) Unit cell viewed along the 101 plane, 
while b) Sr3-xMO4F viewed down the 001 direction. 
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This structure type is often observed in metal-rich carbides and nitrides such as 
Ni3CMg and Mg3NSb 
9
. In the anti-perovskite structure of the oxyfluoride Sr3MO4F, the 
F
-
 anions occupy the octahedral B site while the 6 Sr
2+
 cations occupy the corner-sharing 
X sites, and the MO4
5-
 ions occupy the larger A-site.  Sr3MO4F materials with M = Al and 
Ga crystallize with tetragonal symmetry (I4/mcm space group) and the lattice parameters 
a = 6.78221(9) Å and c = 11.1437(2) Å for Sr3AlO4F; and a = 6.78147(5) Å and 
c = 11.3692(1) Å for Sr3GaO4F, respectively 
1
.   











occupy two different sites denoted A(1) and A(2). The A(1) cation, located in the 
Wyckoff site 4a, has a bicapped square antiprismatic tenfold coordination, with eight 
oxygen atoms forming a square antiprism.  In Sr3GaO4F the A(1)–O distance is 
2.8380(1) Å and the two distances to the F
- 
ions providing the capping A(1)–F distances 
are 2.8422(1) Å. The 8-coordinated A(2) cation, which sits in the Wyckoff site 8h, is 
more distorted.  The A(2) ions are connected to 2 F and 6 O atoms with two different 
types of bonds to the oxygen.  In Sr3GaO4F the A(2)–F distance is reported as 
2.523(3) Å, while the six A(2)–O distances are 2 x 2.423(2) Å  and 4 x 2.699(2) Å 
2
.  The 
octahedra within the Sr3-xAxGaO4F structure rotate approximately 18° in both a clockwise 







 tilt system using the Glazer nomenclature 
2,10-11
.   
Prodjosantoso et al. 
2







Sr3-xAxAlO4F and reported that with increased substitution of Ba
2+ 
there is a systematic 
increase in the lattice parameters, whilst increased substitution of Ca
2+
 causes a decrease 
in the lattice parameters.  The Ba
2+
 ions preferentially occupy the A(1) sites, which are 
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located at the axial positions of the corner sharing octahedral.  The Ca
2+
 ions prefer to 
occupy the A(2) sites, which are located at the equatorial positions of the corner sharing 
octahedra along c as shown in Figure 3.1a 
1
.  The bond valence sum (BVS) 
12-13
, which 
can be used to provide a measure of the stability of atoms/ions in their local environment, 





-substituted material.  In Sr3AlO4F the Sr
2+
 ions occupying the A(1) sites 
are underbonded with a value of 1.30, whereas the Sr
2+
 ions in the A(2) site have a BVS 
of 2.20.  The underbonded Sr
2+
 ion (r = 1.36 Å) occupying the A(1) site allows the 
substitution by a larger isovalent ion such as Ba
2+
 (r = 1.52 Å) 
14
.   
A considerable amount of research has been conducted since the discovery of the 
Sr3MO4F materials focused primarily on rare-earth substituted phosphors.  Chen et al. 
explored Sr3-2xCexNaxGaO4F and were able to shift the emission of the material to longer 
wavelengths by increasing the Ce
3+
 concentration.  Spectroscopic evidence that the Ce
3+
 
ions occupy both the A(1) and A(2) sites was also presented 
15
.  Im et al. synthesized 
Sr2.975BaCe0.025AlO4F and found that its photoluminescence properties rival those of the 
Ce
3+
-doped Y3Al5O12 (YAG) phosphor, which is a widely used in industry as a phosphor 
for cold-light light emitting diodes (LEDs).  The quantum efficiency of 
Sr2.975BaCe0.025AlO4F at room temperature excited by 400 nm light was close to 95%. 





Setlur et al. synthesized (Sr1-x-yCaxCey)3 Al1-zSizO4+3y+zF1-3y-z materials, in which the 







.  Most recently, Park showed that doping Sm
3+
 into Sr2.5Ba0.5AlO4F produces an 





The goal of this research is to structurally characterize Sr3-xBaxGaO4F and 
Sr3-xCaxGaO4F materials, investigate their self-activating photoluminescent properties 
and compare these results to the Sr3-xBaxAlO4F and Sr3-xCaxAlO4F materials as previously 
reported by Prodjosantoso et al.   
Experimental 
The samples of Sr3-xAxGaO4F (A = Ca, Ba; x ≤ 1) and Sr3-xAxAlO4F (A = Ca, Ba; 
x ≤ 1) were prepared by heating the appropriate stoichiometric amounts of CaCO3 
(Alfa-Aesar, 99%), BaCO3 (Alfa-Aesar, 99.8%), SrCO3 (Sigma-Aldrich, 99.995%), SrF2 
(Alfa-Aesar, 99%), Ga2O3 (Sigma-Aldrich, 99.99%) and Al2O3 (Sigma-Aldrich, 99.95%) 
in air. The oxyfluoride materials formed after heating cycles at 700°C, 800°C, and 900°C 
for 24 h with repeated grinding between heating cycles.  The materials were annealed for 
72 h at 1050°C and 1100°C for Sr3-xCaxGaO4F and Sr3-xBaxGaO4F, respectively.  
Materials were reduced by heating to 1050°C in a 5% H2/95% Ar atmosphere for 3 hours.  
For reproducibility, the gas flow rate was controlled by allowing the gas to be collected in 
an empty 500 ml flask attached to a bubbler filled with ethylene glycol.  The flow rate 
was determined by counting the number of bubbles, which was set at 1 bubble every 
4 seconds (1b/4s) 
7
. Rietveld refinements were based upon powder X-ray diffraction data 
obtained from a Rigaku MiniFlex
TM
 diffractometer (Cu Kα radiation λ = 1.54059 Å).  
The range for data collection was from 2θ = 3°-149°, with a step size of 2θ = 0.02° and a 
scan speed of 0.25 deg/min.  The unit cell parameters were refined by both the LeBail 
and Rietveld methods using the least squares refinement program GSAS 
16
.    
Atomic coordinates and lattice parameters for Sr3GaO4F in the tetragonal I4/mcm 











 cations were fully disordered, and 
statistically occupying the A(1) and A(2) sites as reported in previous work 
2
. During the 
Rietveld analysis, the atomic coordinates and displacement parameters of cations 
occupying the same site were constrained to equal values. Site occupancies were allowed 
to vary equally once the refinements had converged 
2
.  Our lower resolution laboratory 
X-ray diffractometer provides data that allow us to refine the crystal structures in 
agreement to those based on more accurate synchrotron diffraction data published in 
earlier works 
2
.   
 
Results and Discussion 
In order to assess our findings as accurately as possible for the Sr3-xAxGaO4F 
materials and compare them to the Sr3-xAxAlO4F analogues; Sr2.8Ba0.2AlO4F and 
Sr2.8Ca0.2AlO4F were synthesized, refined and compared to data published by 
Prodjosantoso et al. 
2
. The refined lattice parameters for Sr2.8Ba0.2AlO4F and 
Sr2.8Ca0.2AlO4F were a = 6.8212(1) Å, c = 11.1558(5) Å and a = 6.7597(3) Å, 
c = 11.1247(8) Å, respectively; which are comparable to the published values 
a = 6.8183(1) Å, c = 11.1499(2) Å and a = 6.7551(2) Å, c = 11.1170(4) Å 
2
.  Similar 




 as detailed in the paper by Prodjosantoso 
et al., were substituted in Sr3-xAxGaO4F (0 ≤ x ≤ 1). Powder X-ray diffraction data 
showed a single phase present for all Sr3-xBaxGaO4F materials up to x ≤ 1.2 (Figure 3.2).  
An expansion of the lattice parameters with increased substitution of the Ba
2+
 ion is noted 






Figure 3.2  Sr3-xBaxGaO4F powder diffraction pattern, where (a) x = 0.1, (b) x = 0.2, (c) 
x = 0.4, (d) x = 0.5, (e) x = 0.8, (f) x = 1.0, and (g) x = 1.2 
 
 In the Sr3-xCaxGaO4F series, the diffraction pattern revealed CaO impurity peaks 
when x ≥ 0.4 (Figure 3.3).  According to the published data for Sr3-xCaxAlO4F, a second 
phase was not present until x ≥ 1
1
.  In addition to the CaO impurity, there is a peak 
located near 2θ = 43° that belongs to a phase similar to Sr3Ga2O6.  Due to the presence of 
the aforementioned impurities, structural comparisons will only be made for 
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Sr3-xCaxGaO4F where x ≤ 0.3 which is below the solubility limit. A selection of Rietveld 
refinements of Sr3-xAxGaO4F (A = Ba, Ca) based upon XRD data are shown in Figure 3.4. 
        
Figure 3.3  Diffraction patterns of Sr3-xCaxGaO4F: where (a) x = 0.0, (b) x = 0.2, (c) 
x = 0.3, (d) x = 0.4, (e) x = 0.6, (f) x = 0.8, and (g) x = 1.0. The hkl values along pattern 
(g) indicate Sr3GaO4F phase, while the hkl values along pattern (e) indicate the CaO 
phase.  The star along diffraction pattern (e) represents an impurity peak appearing at 






Figure 3.4  Rietveld refinement plots of selected powder diffraction patterns using the 
space group I4/mcm a) Sr3GaO4F b) Sr2BaGaO4F and c) Sr2.8Ca0.2GaO4F.  The red plot 
denotes observed data, green pattern indicates calculated pattern, and purple line 
indicates the difference between observed and calculated patterns. 
 
The refined lattice parameters based upon powder X-ray diffraction data for 




) are shown in Table 3.1.  When Ba
2+
 is substituted into the 
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material, both the a and c parameters increase, as would be expected due to its larger 
cationic radius, while the substitution of Ca
2+
 results in a decrease of the lattice 
parameters.  These trends are illustrated graphically in Figure 3.5. 
 
Table 3.1  Structural Parameters of Sr3-xAxGaO4F obtained by Rietveld analysis of X-ray 
diffraction patterns 
 a (Å) c (Å) Rp Rwp A(2) x O x O z 
Sr3GaO4F 6.7915(2) 11.3689(5) 5.92 7.67 0.1674(1) 0.1532(1) 0.6450(1) 
        
A = Ba        
0.1 6.8084(2) 11.3745(3) 5.69 7.56 0.1678(1) 0.1531(5) 0.6426(4) 
0.2 6.8258(1) 11.3794(2) 5.27 6.72 0.1681(1) 0.1493(4) 0.6439(4) 
0.4 6.8487(1) 11.3916(2) 5.92 7.66 0.1677(1) 0.1545(5) 0.6448(4) 
0.5 6.8665(1) 11.3994(3) 6.32 8.30 0.1691(1) 0.1533(6) 0.6450(5) 
0.8 6.8996(1) 11.4151(3) 6.60 8.86 0.1681(2) 0.1558(7) 0.6470(6) 
1.0 6.9240(1) 11.4285(3) 5.68 7.60 0.1687(1) 0.1528(5) 0.6460(5) 
1.2 6.9598(2) 11.4592(4) 6.53 9.08 0.1699(2) 0.1435(8) 0.6449(7) 
        
A = Ca        
0.1 6.7773(2) 11.3579(4) 5.66 7.54 0.1674(1) 0.1538(4) 0.6412(3) 
0.2 6.7712(1) 11.3440(3) 5.04 6.65 0.1678(1) 0.1537(4) 0.6405(3) 
0.3 6.7594(1) 11.3369(3) 5.33 7.00 0.1678(1) 0.1551(4) 0.6397(3) 
The structures were refined in the I4/mcm space group.  The atomic positions for this 
space group are: A(1): 0, 0, ¼; A(2): x, x+½, 0; Ga: 0, ½, ¼; F: 0, 0, 0; O: x, x+½, z.  Due 
























Figure 3.5 Composition dependence of the tetragonal lattice parameters in Sr3-xAxAlO4F 
and Sr3-xAxGaO4F, where a) plots the a-parameter as x increases and b) plots the 







In the Sr3-xBaxGaO4F materials, the A(1)-O, A(1)-F, and the A(2)-F bond lengths 
elongate with increasing  Ba
2+ 
concentration (Table 3.2).  The O-Ga-O bond angles 
remain relatively constant with further substitution for Ba
2+
.  Conversely, for 
Sr3-xCaxGaO4F, there is a noticeable decrease of the A(2)-O and A(2)-F bond distances 
with increasing Ca
2+





. As the Ca
2+
 content increases, the O-Ga-O bond angles for the GaO4 
tetrahedra remains effectively constant at approximately 107°.  
Table 3.2  Selected Atomic Distances (Å) and Angles (deg) of Sr3-xAxGaO4F 
Ba x = 0.1 x = 0.2 x = 0.4 x = 0.5 
A(1)-O (x8) 2.856(2) 2.868(2) 2.856(3) 2.865(3) 
A(1)-F (x2) 2.8436 (1) 2.8448 (1) 2.8479(1) 2.8498(1) 
     
A(2)-O (x2) 2.366 (5) 2.405(4) 2.385(5) 2.389(6) 
A(2)-O (x4) 2.723 (3) 2.719(3) 2.757 (4) 2.765(4) 
Mean A(2)-O 2.604(4) 2.614(4) 2.633(5) 2.640(5) 
     
A(2)-F (x2) 2.5336 (4) 2.5395(3) 2.5491(4) 2.5516(4) 
Ga-O (x4) 1.915(4) 1.881(4) 1.917 (5) 1.909(5) 
     
O-Ga-O 114.0 (1) 114.4(1) 113.0(2) 113.1(2) 
O-Ga-O 100.7(3) 100.1(2) 102.6 (3) 102.4 (3) 











Table 3.2 (continued)  Selected Atomic Distances (Å) and Angles (deg) of Sr3-xAxGaO4F 
Ba x = 0.8 x = 1.0 x = 1.2 
A(1)-O (x8) 2.860(3) 2.883 (3) 2.933(4) 
A(1)-F (x2) 2.8537(1) 2.8571(1) 2.8648(1) 
 
   
A(2)-O (x2) 2.402(7) 2.416(5) 2.475(7) 
A(2)-O (x4) 2.796(5) 2.784(4) 2.747(6) 
Mean A(2)-O 2.665(6) 2.661(5) 2.656(7) 
 
   
A(2)-F (x2) 2.5669(5) 2.5740(4) 2.5838(5) 
Ga-O (x4) 1.922(7) 1.911(5) 1.857(7) 
 
   
O-Ga-O 112.0(2) 112.8(2) 114.9 (3) 
O-Ga-O 104.6(4) 103.05(3) 99.1(5) 
Mean O-Ga-O 108.3(3) 107.9(3) 107.0(4) 
 
Ca x = 0.0 x = 0.1 x = 0.2 x = 0.3 
A(1)-O (x8) 2.837(2) 2.849(2) 2.850(2) 2.846(2) 





A(2)-O (x2) 2.381(4) 2.347(4) 2.336(4) 2.318(4) 
A(2)-O (x4) 2.735(3) 2.706(3) 2.700(3) 2.698(3) 





A(2)-F (x2) 2.5287(3) 2.5234(3) 2.5199(3) 2.5156(3) 





O-Ga-O 113.3 (1) 114.4(1) 114.6(1) 114.6(1) 
O-Ga-O 102.0 (2) 100.1 (2) 99.7(2) 99.7 (2) 
Mean O-Ga-O 107.7(2) 107.2(2) 107.1(2) 107.1(2) 
 






 tilt system consistent with the I4/mcm 
space group in which there is a rotation of the FA6/2 octahedra about the c-axis in which 
they alternately rotate in clockwise and counterclockwise directions in adjacent layers 
11
.  
The data obtained from the Rietveld analyses detailed in Table 3.2 for the Sr3-xAxGaO4F 
and Sr3-xAxAlO4F materials show that the MO4 tetrahedra are distorted.  According to 
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Prodjosantoso et al., the tilt angles in the Sr3-xAxAlO4F materials are approximately 18° 
2
.  
Table 3.3 shows that the tilt angles for both the Sr3-xAxGaO4F and Sr3-xAxAlO4F materials 
determined from this experiment are in agreement with the findings by Prodjosantoso et 
al.; furthermore, the tilt angles for the Sr3-xBaxGaO4F materials are marginally larger than 
those reported by Prodjosantoso et al. for Sr3-xBaxAlO4F, which is supported by our 
X-ray diffraction data.  Likewise, X-ray diffraction data collected under similar 
conditions shows that the tilt angles for Sr3-xCaxGaO4F are also marginally larger than the 
Al-analogue, Sr3-xCaxAlO4F. This increase in the tilt angles scales with the larger GaO4 
tetrahedra compared to the AlO4 tetrahedra and can be attributed to the difference in the 
ionic radii between Ga
3+
 (0.47 Å) and Al
3+
 (0.39 Å) for coordination number (CN) of 
4 
14
.   







system of I4/mcm. Data in set 1 and set 2 were produced by the authors and data from set 
3 from Prodjosantoso et al. 
2










Sr3GaO4F 18.27 (4) Sr3AlO4F 17.82 (5) Sr3AlO4F 17.82 
  
    
A = Ba 
 
A = Ba  A = Ba  
0.1 18.18 (5) 0.1 17.90 (5) 0.1 17.85 
0.2 18.14 (4) 0.2 17.58 (6) 0.2 17.91 
0.4 18.21 (5) 0.4 17.67 (6) 0.4 17.86 
0.5 17.93 (5) 0.5 17.90 (7) 0.5 17.91 
0.8 18.14 (6) 0.8 17.69 (8) 0.8 17.90 
1 18.00 (6) 1 17.23 (8) 1 17.67 
1.2 17.76 (7)     
  
    
A = Ca 
 
A = Ca  A = Ca  
0.1 18.28 (4) 0.1 17.69 (5) 0.2 17.84 
0.2 18.19 (5) 0.2 17.53 (8) 0.4 18.22 
0.3 18.20 (5) 0.3 17.85 (7) 0.6 18.12 
  




Bond valence sums (BVS) were calculated to assess the valence of individual 
atoms within their local environment. In the unsubstituted Sr3GaO4F host, the Sr
2+
 ion at 
the A(1) site has a BVS value of 1.30, which is considered to be significantly 
underbonded.  The underbonding of Sr
2+
 in the A(1) site points towards the possibility of 
substitution of an isovalent ion with a larger ionic radius.  The Ba
2+
 ion with a 





. The BVS values were calculated by using the following equation:  
Sij = exp((r0-rij) /B)   (3.1)    
13, 17
 where Sij is the individual bond valence between atoms i and j in the material, rij is 
the actual bond length between atoms i and j, r0 is the ideal bond length and B is an 
empirical constant with a value of 0.37 Å.   
The final BVS value is given by ΣSij, which is dependent upon the coordination of 
the individual atoms.  The r0 values for the Ba-O, Ba-F, Ca-O, and Ca-F bonds are 
2.285 Å, 2.188 Å, 1.967 Å, and 1.842 Å, respectively 
18
.  This allows for the calculation 
of the BVS value to include a weighted r0 to account for the substituted ions based on 
their occupancy within Sr3-xAxMO4F.  The equation for the weighted r0 is: 
r0(weighted) = [(r0(ion a))  (occupancy(ion a))] +  [(r0(ion b))  (occupancy(ion b))]  (3.2) 
The BVS values listed in Table 3.4 indicate that the Ba
2+
 substitution in the A(1) 
site is favorable due to the values approaching the formal oxidation number, however the 
substitution of the Ba
2+
 ion at the A(2) site would increase the overbonding of this site. 
When substituted into Sr3-xAxGaO4F, Ca
2+
 preferentially occupies the A(2) site due to 
Ca
2+




.  This difference in size causes the 
BVS values of Ca
2+
 to be consistently lower than those obtained for Sr
2+
 at the A(2) site.   
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The BVS values for Ga
3+
 from our data are lower than the formal oxidation number 3, 
however the values are consistent with each other.  The BVS values for F and O listed in 
Table 3.4 are similar to the values given in the paper by Vogt et al., which are 1.23 and 
1.86 for Sr3GaO4F 
1
.  The BVS values for both the Sr3-xAxGaO4F and Sr3-xAxAlO4F 
materials are consistent with the values reported by Prodjosantoso et al. where the Sr
2+
 at 
the A(1) site (denoted Sr1) is significantly lower than the formal oxidation number of 2, 
while the Sr
2+
 ions located at the A(2) site (denoted Sr2) have BVS values slightly above 
but closer to their formal oxidation number.     
 
Table 3.4:  Bond Valence Sums of Ba and Ca substituted Sr3-xAxGaO4F and Sr3-xAxAlO4F. 
Data in Set 1 and set 2 were produced by the author and data from set 3 from 
Prodjosantoso et al. 
2
 
          (1) 
Sr3-xBaxGaO4F 
x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 x = 1.2 
Ba1 2.20 2.14 2.20 2.15 2.17 2.06 1.83 
Sr1 1.29 1.25 1.28 1.26 1.27 1.20 1.07 
Sr2 2.26 2.16 2.12 2.09 1.99 1.97 1.89 
Ga 2.58 2.51 2.57 2.51 2.64 2.55 2.57 
F 1.14 1.12 1.10 1.09 1.05 1.03 1.01 
O 1.66 1.68 1.63 1.63 1.60 1.62 1.66 
Sr3-xCaxGaO4F x = 0.0 x = 0.1 x = 0.2 x = 0.3    
Sr1 1.34 1.31 1.31 1.32    
Sr2 2.20 2.36 2.41 2.48    
Ca  1.64 1.67 1.71    
Ga 2.62 2.44 2.45 2.35    
F 1.15 1.14 1.12 1.10    











Table 3.4 (continued):  Bond Valence Sums of Ba and Ca substituted Sr3-xAxGaO4F and 
Sr3-xAxAlO4F. Data in Set 1 and set 2 were produced by the author and data from set 3 






x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 
Ba1 2.34 2.31 2.30 2.28 2.17 1.86 
Sr1 1.37 1.35 1.34 1.33 1.27 1.09 
Sr2 2.02 2.10 2.00 2.07 2.08 2.14 
Al 2.66 2.67 2.61 2.57 2.58 2.56 
F 1.21 1.22 1.21 1.21 1.23 1.24 
O 1.75 1.80 1.76 1.79 1.83 1.87 
Sr3-xCaxAlO4F x = 0.0 x = 0.1 x = 0.2 x = 0.3   
Sr1 1.48 1.46 1.56 1.40   
Sr2 1.99 2.01 2.46 2.17   
Ca 
 
1.39 1.71 1.87   
Al 2.66 2.74 2.68 2.78   
F 1.21 1.19 1.17 1.15   





x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 
Ba1 2.07 2.05 1.97 1.95 1.87 1.81 
Sr1 1.30 1.29 1.24 1.23 1.18 1.14 
Sr2 2.14 2.12 2.08 2.09 2.04 1.99 
Al 2.65 2.63 2.68 2.66 2.64 2.62 
F 1.20 1.20 1.21 1.22 1.23 1.24 
O 1.80 1.80 1.78 1.78 1.78 1.77 
Sr3-xCaxAlO4
F 
x = 0.0 x = 0.2 x = 0.4 x = 0.6 x = 1.0   
Sr1 1.37 1.46 1.40 1.37 1.51   
Sr2 1.92 2.20 2.33 2.42 2.69   
Ca  1.45 1.54 1.61 1.78   
Al 2.73 2.51 2.62 2.77 2.74   
F 1.21 1.18 1.14 1.11 1.16 






Another approach to rationalize the structure of Sr3MO4F is by evaluating the 
BVS values of ions in different layers along the c-axis.  A discrepancy factor, di, is 
calculated using the equation: 
di  = ΣSij - vi    (3.3)   
 
12-13
 where vi represents the formal oxidation state and ΣSij represents the BVS value 
determined from the bond distances. Positive values for di indicate that the respective 
ions are engaged in elongated bonds, while negative values indicate a compression of the 
bond length when compared to the standard r0 value 
13,17
.   
Upon calculation of di, one observes several trends.  As shown in Table 3.5, 
positive di values are associated with cations that appear in the A(1) layer, while negative 
di values are observed for cations appearing in the A(2) layer.  Figure 3.6 illustrates the 
Sr3-xAxMO4F structure viewed as alternating layers of compressed and elongated bonds.  




at the A(1) site causes the BVS values for Ba
2+ 
to rise 
above 2.00, which is considerably higher compared to the BVS value of 1.30 for the Sr
2+ 
ion in Sr3MO4F with M = Al, Ga.  This substitution subsequently produces negative di 
values,
 
indicating a compression of bonds in the A(1) layer. However when the weighted 





, an overall elongation results.  The weighted sum is calculated by using the 
equation: 
di (weighted) = [(di (ion a) )  ( occupancy (ion a))] + [(di (ion b) )  (occupancy(ion b))].      (3.4) 




.  The larger Sr
2+
 
ions produce negative di values, while the smaller Ca
2+
 ions produce positive di values.  
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The weighted sum of the di values at the A(2) position produces an overall negative 
value, indicating the compression of bond lengths within the A(2) layer.  For all of the 
Sr3-xAxMO4F materials presented here, the di values for F
-
 indicate an overall 
compression, while the O
2-
 di values indicate an overall elongation (Figure 3.6).  
Table 3.5:  di values for cations in Sr3-xAxMO4F materials, where data in set 1 and set 2 
were produced by the author and data from set 3 were calculated from data published by 




x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 x = 1.2 
Sr3-xBaxGaO4F 
Ba1 -0.20 -0.14 -0.20 -0.15 -0.17 -0.06 0.17 
Sr1 0.71 0.75 0.72 0.74 0.73 0.80 0.93 
A1(weighted) 0.62 0.57 0.35 0.30 0.01 -0.02 0.21 
Sr2 -0.26 -0.16 -0.12 -0.09 0.01 0.03 0.11 
Ga 0.42 0.49 0.43 0.49 0.36 0.45 0.43 
F -0.14 -0.12 -0.10 -0.09 -0.05 -0.03 -0.01 
O 0.34 0.32 0.37 0.37 0.40 0.38 0.34 
Sr3-xCaxGaO4F x = 0.0 x = 0.1 x = 0.2 x = 0.3       
Sr1 0.66 0.69 0.69 0.68 
  
  










-0.29 -0.26 -0.25 
  
  
Ga 0.38 0.56 0.55 0.65 
  
  
F -0.15 -0.14 -0.12 -0.10 
  
  





















Table 3.5 (continued):  di values for cations in Sr3-xAxMO4F materials, where data in set 1 
and set 2 were produced by the author and data from set 3 were calculated from data 





x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 
Sr3-xBaxAlO4F 
Ba1 -0.34 -0.31 -0.30 -0.28 -0.17 0.14 
Sr1 0.63 0.65 0.66 0.67 0.73 0.91 
A1(weighted) 0.53 0.46 0.28 0.20 0.01 0.18 
Sr2 -0.02 -0.10 0.00 -0.07 -0.08 -0.14 
Al 0.34 0.33 0.39 0.43 0.42 0.44 
F -0.21 -0.22 -0.21 -0.21 -0.23 -0.24 
O 0.25 0.20 0.24 0.21 0.17 0.13 
Sr3-xCaxAlO4F x = 0.0 x = 0.1 x = 0.2 x = 0.3     
Sr1 0.52 0.54 0.44 0.6 
 
  










0.052 -0.31 -0.08 
 
  
Al 0.34 0.26 0.32 0.22 
 
  
F -0.21 -0.19 -0.17 -0.15 
 
  




x = 0.1 x = 0.2 x = 0.4 x = 0.5 x = 0.8 x = 1.0 
Sr3-xBaxAlO4F 
Ba1 -0.07 -0.05 0.03 0.05 0.13 0.19 
Sr1 0.70 0.71 0.76 0.77 0.82 0.86 
A1(weighted) 0.62 0.56 0.47 0.41 0.27 0.22  
Sr2 -0.14 -0.12 -0.08 -0.09 -0.04 0.01 
Al 0.35 0.37 0.32 0.34 0.36 0.38 
F -0.20 -0.20 -0.21 -0.22 -0.23 -0.24 
O 0.20 0.20 0.22 0.22 0.22 0.23 
Sr3-xCaxAlO4F x = 0.0 x = 0.2 x = 0.4 x = 0.6 x = 1.0   
Sr1 0.63 0.54 0.60 0.63 0.49   
Sr2 0.08 -0.20 -0.33 -0.42 -0.69   
Ca 
 
0.55 0.46 0.39 0.22   
A2(weighted) 
 
-0.05 -0.01 0.07 0.22   
Al 0.27 0.49 0.38 0.23 0.26   
F -0.21 -0.18 -0.14 -0.11 -0.16   





Figure 3.6:  The structure of Sr3MO4F, where all the atoms in the A(1) layer are shown in 
yellow and the atoms  in the A(2) layer are shown  in green.  Elongation is evidenced by 
positive di values, while compression is determined by negative di values for the A(1) and 
A(2) layers, respectively. 
 
The global instability index (G) 
12-13
 is a measure of the overall structure stability 
by comparing the calculated BVS values to the formal valence of the atoms/ions 





.       (3.5)   
In this equation, N represents the total number of atoms in the formula unit 
12-13
.  Typical 
values for G are less than 0.1 valence units (v.u.) when the structure is considered to be 
unstrained, while structures that have significant lattice strains can have values near 
0.2 v.u.  Structures with G values significantly larger than 0.2 v.u., are considered 
unstable 
12-13
.  The Sr3-xAxMO4F structure in general has G values slightly above 0.2 v.u..  
When Ba
2+
 is substituted into the host, G decreases to a value near or lower than 0.2 v.u., 
as shown in Table 6. The substitution of Ba
2+
 into Sr3-xAxGaO4F decreases G, although 
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the G value increases when Ca
2+
 is substituted.  This increased G value of the Ca
2+
 
substituted Sr3-xAxGaO4F can be attributed to the larger size of the GaO4 tetrahedra 
contained in a smaller ReO3-type lattice, which causes greater lattice strain in the overall 
structure.  The substitution of Ba
2+
 into Sr3-xAxGaO4F causes G to decrease below 0.2 v.u. 
when x = 0.8, indicating greater stability of the overall structure.  The larger Ba
2+
 ion 
occupying the A(1) site relieves the underbonding of atoms at this site and increases the 
size of the cavity in which the GaO4 tetrahedra occupies, subsequently relieving lattice 




 lead to a decrease in the G values in 
Sr3-xAxAlO4F indicating that the substitution of both ions are favorable.  When the G 
values are calculated by layer, the A(2) layer is well within the acceptable range of 
stability (< 0.1 v.u.), while the A(1) layer  values indicate the presence of strain 
(> 0.2 v.u.).  One interesting observation is that G increases significantly for the A(1) 
layer upon the substitution of Ca
2+
 into Sr3-xAxGaO4F, which subsequently increases the 
total G value.  This increase can be attributed to the larger size of the GaO4 tetrahedra 
combined with the decrease in the lattice parameters corresponding to the decrease in size 
of the ions occupying the A(2) site, thus causing an increase in lattice strain.  The trends 






Figure 3.7:  Global instability index plots of Sr3-xAxMO4F, where a) Sr3-xBaxGaO4F b) 
Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* and f) 






Figure 3.7 (cont’d):  Global instability index plots of Sr3-xAxMO4F, where a) 
Sr3-xBaxGaO4F b) Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* 







Figure 3.7 (cont’d):  Global instability index plots of Sr3-xAxMO4F, where a) 
Sr3-xBaxGaO4F b) Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* 







Figure 3.7 (cont’d):  Global instability index plots of Sr3-xAxMO4F, where a) 
Sr3-xBaxGaO4F b) Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* 






Figure 3.7 (cont’d):  Global instability index plots of Sr3-xAxMO4F, where a) 
Sr3-xBaxGaO4F b) Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* 







Figure 3.7 (cont’d):  Global instability index plots of Sr3-xAxMO4F, where a) 
Sr3-xBaxGaO4F b) Sr3-xCaxGaO4F c) Sr3-xBaxAlO4F d) Sr3-xCaxAlO4F e) Sr3-xBaxAlO4F* 















Photoluminescence of Sr3-xAxMO4F Materials 
When heating Sr3MO4F-type materials to elevated temperatures near 1000°C in a 
5% H2/95% Ar atmosphere, self-activating phosphors are formed via the creation of 
defects. Their luminescent properties can be controlled significantly by varying the gas 
flow rate, temperature, and reaction time.  It is known that these materials exhibit broad 
band photoluminescence emissions 
7
.  In Sr3-xBaxAlO4F and Sr3-xBaxGaO4F, two types of 
blue-white and yellow-white light emission are produced when the materials are heated at 
1050°C for 3 hours in a 5% H2/95% Ar reducing atmosphere as shown in Figure 3.8.  The 
chromaticity coordinates corresponding to the emission of these materials were calculated 
(see Table 3.6) and plotted in an International Commission on Illumination (CIE) 
diagram.  (see Figures 3.10 and 3.12) 
 
 
Figure 3.8:  Images of Ba substituted Sr3-xAxAlO4F and Sr3-xAxGaO4F host structures 











Table 3.6  Chromaticity coordinates of Selected Sr3-xAxMO4F phosphors 
 Sample x y 
 Sr3GaO4F 0.2704 0.4336 
 Sr3-xBaxGaO4F   
x = 0.1 0.2807 0.4592 
 0.2 0.2786 0.4562 
 0.4 0.2518 0.4166 
 0.5 0.2644 0.4310 
 0.8 0.2277 0.3637 
 Sr3-xCaxGaO4F   
x = 0.2 0.2482 0.4014 
 0.3 0.2256 0.3683 
 Sr3AlO4F 0.2105 0.3827 
 Sr3-xBaxAlO4F   
x = 0.1 0.2120 0.3769 
 0.2 0.2077 0.3602 
 0.4 0.2091 0.3653 
 0.5 0.2081 0.3649 
 0.8 0.1912 0.3081 
 Sr3-xCaxAlO4F   
x = 0.2 0.2044 0.3566 
 
Figure 3.9 shows the emission and excitation spectra for the Sr3-xBaxGaO4F series 
where x = 0.1, 0.2, 0.4, 0.5, and 0.8, respectively.  Each of these materials produced a 
broad band emission ranging in color from yellow to yellow-white when excited by 
254 nm light; however for similar concentrations of Ba
2+
 in Sr3-xBaxAlO4F, a bluish-white 
emission is produced.  There is a progressive shift in the color of these materials from a 
yellow-white to a bluish-white color with increasing Ca
2+
 content in Sr3-xCaxGaO4F 
(Figure 3.10).  The excitation spectra of each of the Sr3-xBaxGaO4F materials were 
measured at λem = 520nm.  The emission maximum, λmax, for the emission spectra shifts 
to a longer wavelength as the Ba
2+
 concentration increases.  The excitation wavelength, 
λex, at which the λmax is reached for x = 0.1, 0.2, 0.4, 0.5, 0.8, and 1.2 are 248 nm, 




Figure 3.9 Emission and Excitation spectra of Sr3-xBaxGaO4F where a) x = 0.1 b) x = 0.2 






Figure 3.10:  CIE chromaticity diagram of Sr3-xAxGaO4F materials with λex = 254 nm 
where (1) Sr3GaO4F (2) Sr2.9Ba0.1GaO4F (3) Sr2.6Ba0.4GaO4F (4) Sr2.2Ba0.8GaO4F (5) 
Sr2.8Ca0.2GaO4F and (6) Sr2.6Ca0.3GaO4F. Black dots indicate Ba
2+





The luminescence of Sr3-xCaxAlO4F and Sr3-xBaxAlO4F, for x = 0.2 and 0.4, were 




on the self-activating photoluminescent 
emission.  In both materials, the emission and excitation spectra were similar, as shown 





 increases.  Conversely, a slight red-shift occurs in the emission as 
the concentration of Ba
2+
 is increased.  The CIE diagram (Figure 3.12) shows this 




 substituted Sr3-xAxGaO4F materials.  
 
 
Figure 3.11 Emission and excitation spectra of Sr3-xAxAlO4F, where a) Sr2.8Ca0.2AlO4F b) 





Figure 3.12:  CIE chromaticity diagram of Sr3-xAxAlO4F excited by 254 nm light, where 
1) Sr2.8Ca0.2AlO4F 2) Sr2.6Ca0.4AlO4F 3) Sr2.8Ba0.2AlO4F and 4) Sr2.6Ba0.4AlO4F. 
 
The changes in the photoluminescence emission of these self-activating 





 ions at the A(1) and A(2) sites.  The overall trend of the 
shift of the photoluminescence emission when substituting both Sr3-xBaxGaO4F and 
Sr3-xBaxAlO4F, as well as Sr3-xCaxGaO4F and Sr3-xCaxAlO4F materials, is a blue-shift 
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when excited by 254 nm light.  As shown by the excitation spectra in Figure 3.9, the λmax 
of the emission shifts to a longer wavelength with increased substitution of Ba
2+
. The 
increased substitution of Ca
2+
 causes a blue-shift in the emission, however, the range of 
colors that the substitution produces are limited to just the blue region. The color range of 
the Ba
2+
 substitution ranges from blue-white, yellow to yellow-white. 
This difference in the range of the photoluminescent emission can be correlated to 
the fact that the substituted Ba
2+
 exhibits a preference for the 10-coordinated A(1) layer 
in these ordered oxyfluorides, while the Ca
2+
 substitution occurs in the 8-coordinated 
A(2) layer.  Due to the larger size of the Ba
2+
 ions, the substitution in the A(1) layer will 
cause greater distortions in the local environment, while ions in the A(2) layer will have 
less of an impact due to the larger distance between the A(2) ion and the MO4 tetrahedra.  
Conclusions 
When substituted into Sr3-xBaxGaO4F, Ba
2+
 cations preferentially occupy the A(1) 
sites, while the Ca
2+
 cations exhibit preference for the A(2) sites.  While this trend is the 
same as the one observed by Prodjosantoso et al. for the Sr3-xBaxAlO4F and 




for M = Ga are different and 
reveal a dependence on the size difference between the GaO4 and AlO4 tetrahedra.  In 
previous studies on Sr3-xBaxAlO4F materials, the maximum solubility limit is at x = 1.0 
2
.  
The larger size of the GaO4 tetrahedra allows more Ba
2+
 ions to be substituted in 
Sr3-xBaxAlO4F up to x = 1.2.  Rietveld analysis shows that this increase in size also allows 
Ba
2+
 to fully occupy the A(1) site.   
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For the Sr3-xCaxAlO4F materials, it has been previously reported that the 
maximum amount of Ca
2+
 that can be substituted for Sr
2+
 is x = 1.0 
2
.  At x = 0.4 in 
Sr3-xCaxGaO4F, CaO begins to appear as a second phase in the powder diffraction pattern, 
accompanied by an impurity peak similar to Sr3Ga2O6.  Rietveld analysis of the 
Sr3-xCaxGaO4F materials shows that the lattice parameters gradually decrease with 
increasing Ca
2+
 content.  The reduced Sr3-xAxAlO4F materials consistently produce blue 
to blue-white photoluminescence emission, while the Sr3-xAxGaO4F materials produce 
yellow-green to yellow-white emission when excited by 254 nm light.  Increasing the 
Ba
2+
 content for the Sr3-xBaxGaO4F materials shifts the color of the materials from yellow 
to yellow-white.  While limited, the substitution of Ca
2+
 produces a deep yellow-green 
emission that is almost completely quenched when x = 0.3.  This correlates with the 
increase in global stability index as Ca
2+
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STRUCTURES AND SELF-ACTIVATING PHOTOLUMINESCENT PROPERTIES OF 
A3MO4F (A = Sr, Ba; M = Al, Ga, In) 
Introduction 
Due to the versatility of iso- and aliovalent substitutions on the Sr
2+
 and M cation 
sites, the Sr3MO4F (M = Al, Ga) family of ordered oxyfluorides has been investigated as 
potential host lattices for luminescent phosphors containing rare earths 
1-6
.  Park and Vogt 
demonstrated that Sr3MO4F type materials can also be turned into self-activating 
phosphors by tempering the materials in a reducing atmosphere as well as varying the gas 
flow rate and temperature 
7
, which might allow this family of phosphor materials to be 
used in CFLs and LED lights.  Recently, Green and Vogt studied the structural and 
photoluminescent properties of Sr3-xAxGaO4F materials and compared them to 
Sr3-xAxAlO4F 
8-9
.  Both Sr3-xAxGaO4F and Sr3-xAxAlO4F materials exhibit 
photoluminescence when tempered in a reducing atmosphere with emitted colors of 
Sr3-xAxGaO4F materials ranging from yellow to yellow-white, while the Sr3-xAxAlO4F 
materials showed blue-white emissions when excited by 254 nm light.   






) structure, as shown in Figure 4.1, is a distorted 
anti-Perovskite formed by corner-sharing FA6 octahedra, where the A
2+
 cations occupy 
two different sites denoted A(1) and A(2).  The MO4 tetrahedra occupy the center of the
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unit cell.  Substitutions made at the 10-coordinated A(1) and 8-coordinated A(2) site 
cause structural changes due to cation size and charge differences, which subsequently 




 in Sr3-xAxMO4F, 
the larger Ba
2+
 ions preferentially occupy the A(1) sites, which are located at the axial 
positions of the corner sharing FA(1)2 A(2)4 octahedra, while  smaller Ca
2+
 ions prefer to 
occupy the equatorial A(2) sites (Prodjosantoso, et al. 2003).  Aliovalent substitutions 
made within the A3MO4F structure result in A3-(3a/2)REaMO4F and  A3-2aREaNaaMO4F type 





Figure 4.1: Structure of Sr3MO4F, where F is represented by green spheres, Sr is 
represented by blue spheres and MO4 is represented by yellow tetrahedra with a centered 
red sphere. 
 
The substitution of In
3+
 into the Sr3MO4F type host lattice shifts the excitation 
wavelengths of these phosphors towards 370nm, which is at the lower end of the 
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emission wavelength of InxGa1-xN based LEDs 
7
.  Known materials in the Sr3MO4F 
family with two ions occupying the M-site include the self-activating 
Sr3-xBaxAl1-cIncO4-αF1-δ 
7








 materials.  
This work describes the synthesis, structural and optical characterization of two 
new families of Sr3MO4F-type materials; Sr3-xBaxAlyGa1-yO4F and 
Sr3-xBaxAlyGa1-y-zInzO4F materials, where substitutions are made at the A(1) sites and up 
to 3 cations are located on the M sites in order to tune the self-activating PL properties at  
room temperature.  We focus on varying the temperature during annealing in a reducing 







 ions simultaneously occupy the M-site. Substitutions in these host structures, as 
well as the reducing/ annealing conditions, may provide a way to reduce the need of rare-
earth oxide materials for certain lighting applications.  
Experimental 
Samples of Sr3-xBax AlyGa1-yO4F and Sr3-xBaxAlyGa1-yInzO4F were prepared by 
intimately mixing and heating the appropriate stoichiometric amounts of BaCO3 
(Alfa-Aesar 99%), SrCO3 (Sigma-Aldrich 99.995%), SrF2 (Alfa-Aesar 99%), Ga2O3 
(Sigma-Aldrich 99%), Al2O3 (Sigma-Aldrich 99%) and In2O3 (Alfa-Aesar 99%) in air. 
The oxyfluoride materials formed after 24h heating cycles at 700⁰C, 800⁰C, and 900⁰C 
accompanied with grinding of these materials between successive heating cycles.  Both 
Sr3-xBaxAlyGa1-yO4F and Sr3-xBaxAlyGa1-yInzO4F materials were annealed in air for 72 h at 
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1100⁰C.  Self-activating photoluminescence in Sr3-xBaxAlyGa1-yO4F samples was 
observed after heating at 1050°C in a 5% H2(g)/95% Ar(g) atmosphere for 3 hours. In order 
to study the effect of reducing conditions on the photoluminescence of  
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials, each sample type was heated at 800°C, 900°C, and 
1050°C in a 5% H2(g)/95% Ar(g) atmosphere for 3 hours. The GSAS suite of programs 
was used to perform Rietveld refinement based upon powder diffraction data obtained 
from a Rigaku MiniFlex
TM
 diffractometer (Cu Kα radiation λ = 1.54059 Å) 
14
.  Data was 
collected in the range 2θ = 3°-149°, at 0.02° intervals and a scan speed of 0.25 deg/min.  
Emission and excitation data was collected using a Perkin Elmer LS55 
spectrofluorometer equipped with a fiber-optic attachment for solid samples.   
Results and Discussion 
Structural Properties of Sr3-xBaxAlyGa1-yO4F materials 









simultaneously occupy the M 




 at the M site results in disordered AlO4 and GaO4 
tetrahedra located within this anti-Perovskite structure. In order to gauge the effect of 
substitution in the MO4 tetrahedra, the Al
3+
 content was varied while holding the Ba
2+
 
concentration constant.  The substitution of Ba
2+
 in these materials was varied by x = 0.2, 
0.4, 0.6, and 0.8.  At each x value, materials with three different levels of Al
3+
 contents 
were synthesized: y = 0.25, 0.5, and 0.75.  Powder X-ray diffraction data of 
Sr3-xBaxAlyGa1-yO4F materials confirm that all materials synthesized were single-phase 
(Figure 4.2) and do not indicate the presence of a superstructure arising from an ordering 
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of the AlO4 and GaO4 tetrahedra.  Refined lattice parameters of the Sr3-xBaxAlyGa1-yO4F 
materials are shown in Table 4.1. At constant Ba
2+
 concentration the c-parameters of 
Sr3-xBaxAlyGa1-yO4F materials decrease by approximately 1.1%, while the a-parameters 
remain constant within error, as the Al
3+
 content increases from 0.25 to 0.75. According 
to data provided by Vogt et al, when comparing the lattice parameters of Sr3GaO4F to 
Sr3AlO4F, the a-parameter shows little change, while the c-parameter decreases by 
1.9%
15




Figure 4.2:  Rietveld refinement plots of Sr2.2Ba0.8Al0.25Ga0.75O4F using the space group 
I4/mcm. The red diffraction pattern denotes observed data, the green line pattern indicates 









Table 4.1:  Structural Parameters and tilt angles obtained by Rietveld analysis of X-ray 
diffraction patterns for Sr3-xBaxAlyGa1-yO4F. 
 
a (Å) c (Å) Rp Rwp 
Sr2.2Ba0.8Al0.25Ga0.75O4F 6.9036(2) 11.3731(5) 6.73 9.04 
Sr2.2Ba0.8Al0.5Ga0.5O4F 6.9021(1) 11.3044(4) 6.06 8.16 
Sr2.2Ba0.8Al0.75Ga0.25O4F 6.9040(1) 11.2476(4) 6.29 8.52 
Sr2.4Ba0.6Al0.25Ga0.75O4F 6.8761(1) 11.3555(3) 7.12 9.70 
Sr2.4Ba0.6Al0.5Ga0.5O4F 6.8727(1) 11.2893(3) 6.12 8.11 
Sr2.4Ba0.6Al0.75Ga0.25O4F 6.8755(1) 11.2341(4) 7.75 10.69 
Sr2.6Ba0.4Al0.25Ga0.75O4F 6.8537(2) 11.3553(4) 7.18 9.70 
Sr2.6Ba0.4Al0.5Ga0.5O4F 6.8484(1) 11.2802(4) 6.38 8.68 
Sr2.6Ba0.4Al0.75Ga0.25O4F 6.8482(2) 11.2227(5) 6.92 9.32 
Sr2.8Ba0.2Al0.25Ga0.75O4F 6.8362(1) 11.3330(3) 7.08 9.25 
Sr2.8Ba0.2Al0.5Ga0.5O4F 6.8298(1) 11.2694(5) 8.19 10.99 















adjacent FSr6 octahedra reveal alternate clockwise and counterclockwise rotations along 
the c axis 
16-17
.  The angle at which these adjacent octahedra rotate is known as the tilt 
angle.  The tilt angles for Sr3-xBaxAlyGa1-yO4F materials were all found to be near 18° and 
increase slightly with increasing Ga
3+ 
content, which is consistent with what was 
 A(2)x O x O z Tilt angle 
Sr2.2Ba0.8Al0.25Ga0.75O4F 0.1691(2) 0.1522(6) 0.6510(6) 17.93(6) 
Sr2.2Ba0.8Al0.5Ga0.5O4F 0.1700(1) 0.1459(6) 0.6473(5) 17.75(6) 
Sr2.2Ba0.8Al0.75Ga0.25O4F 0.1706(1) 0.1482(5) 0.6473(5) 17.63(5) 
Sr2.4Ba0.6Al0.25Ga0.75O4F 0.1688(1) 0.1512(6) 0.6480(6) 18.01(6) 
Sr2.4Ba0.6Al0.5Ga0.5O4F 0.1690(1) 0.1501(5) 0.6503(5) 17.96(5) 
Sr2.4Ba0.6Al0.75Ga0.25O4F 0.1695(2) 0.1467(6) 0.6543(7) 17.86(6) 
Sr2.6Ba0.4Al0.25Ga0.75O4F 0.1699(2) 0.1525(7) 0.6430(6) 17.78(7) 
Sr2.6Ba0.4Al0.5Ga0.5O4F 0.1686(1) 0.1532(6) 0.6463(7) 18.03(6) 
Sr2.6Ba0.4Al0.75Ga0.25O4F 0.1710(2) 0.1474(6) 0.6452(7) 17.53(6) 
Sr2.8Ba0.2Al0.25Ga0.75O4F 0.1689(1) 0.1468(5) 0.6433(5) 17.97(6) 
Sr2.8Ba0.2Al0.5Ga0.5O4F 0.1691(2) 0.1481(7) 0.6463(7) 17.93(7) 
Sr2.8Ba0.2Al0.75Ga0.25O4F 0.1690(2) 0.1529(7) 0.6495(8) 17.96(7) 
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observed in Sr3-xAxAlO4F and Sr3-xAxGaO4F materials 
8-9
. According to data provided by 
Prodjosantoso et al., Green and Vogt, and Sullivan et al 
8-10
, the tilt angles in 
Sr3-xAxGaO4F materials are slightly larger than in Sr3-xAxAlO4F materials and positively 
correlate with the ion size. (Ga
3+
: r = 0.47Å, Al
3+
: r = 0.36 Å)
18
.   
 
Photoluminescence of Sr3-xAxAlyGa1-yO4F 
 
Sr3-xBaxAlyGa1-yO4F materials were synthesized in order to study the PL emission 




 at the M site within the anti-Perovskite structure. 
Sr3-xBaxAlyGa1-yO4F materials exhibit a characteristic broad-band emission when excited 
by 254 nm light after tempering in a 5%H2/95%Ar atmosphere; however no 
photoluminescence is observed when excited with 365 nm light.  Figure 3a-c shows the 
PL excitation and emission spectra of Sr3-xBaxAlyGa1-yO4F materials.  The maximum PL 
intensity occurs when x = 0.2 in Sr3-xBaxAl0.5Ga0.5O4F materials and x = 0.4 in 
Sr3-xBaxAl0.25Ga0.75O4F and Sr3-xBaxAl0.75Ga0.25O4F, while the minimum PL intensity 
occurs when x = 0.8 in all Sr3-xBaxAlyGa1-yO4F materials. Sr3-xBaxAl0.75Ga0.25O4F, which 
is higher in Al
3+
 content, exhibits superior photoluminescence intensity compared to 
Sr3-xBaxAl0.5Ga0.5O4F and Sr3-xBaxAl0.25Ga0.75O4F.  The PL emission data of 
Sr3-xBaxAlyGa1-yO4F materials are converted into CIE coordinates and plotted on the CIE 
chromaticity diagram (1931).  These chromaticity coordinates are normalized x and y 
values that are widely used as a standard to compare the colors of materials.  The CIE 
chromaticity coordinate values (λex = 254 nm) for all Sr3-xBaxAlyGa1-yO4F materials are 
listed in Table 2, while Figure 4.4 shows a plot of these coordinates.  For each 
concentration of Ba
2+ 
 in Sr3-xBaxAlyGa1-yO4F materials there is a gradual blue shift of the 
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photoluminescence emission from  the blue-green region towards the blue region as the 
Al
3+
 content is increased from x = 0.25 to x = 0.75.  
a b  
c d  
e  
Figure 4.3:  Plot of PL excitation and emission spectra of (a) Sr3-xBaxAl0.25Ga0.75O4F, (b) 
Sr3-xBaxAl0.5Ga0.5O4F, and (c) Sr3-xBaxAl0.75Ga0.25O4F (λex = 254nm).   Emission spectra 
of Sr3MO4F type materials under λex = 254 nm where (d) Sr3-xBaxAlO4F taken from Park 
and Vogt 
7






Table 4.2:  Chromaticity coordinates of Selected Sr3-xBaxMO4F phosphors 
  x y 
1 Sr2.2Ba0.8Al0.25Ga0.75O4F 0.2674 0.4363 
2 Sr2.2Ba0.8Al0.5Ga0.5O4F 0.2029 0.3181 
3 Sr2.2Ba0.8Al0.75Ga0.25O4F 0.1896 0.2964 
4 Sr2.4Ba0.6Al0.25Ga0.75O4F 0.2536 0.4275 
5 Sr2.4Ba0.6Al0.5Ga0.5O4F 0.2172 0.3675 
6 Sr2.4Ba0.6Al0.75Ga0.25O4F 0.2072 0.3598 
7 Sr2.6Ba0.4Al0.25Ga0.75O4F 0.2458 0.4160 
8 Sr2.6Ba0.4Al0.5Ga0.5O4F 0.2644 0.4357 
9 Sr2.6Ba0.4Al0.75Ga0.25O4F 0.2039 0.3519 
10 Sr2.8Ba0.2Al0.25Ga0.75O4F 0.2340 0.3982 
11 Sr2.8Ba0.2Al0.5Ga0.5O4F 0.2160 0.3869 
12 Sr2.8Ba0.2Al0.75Ga0.25O4F 0.2119 0.3835 
 
 
Figure 4.4: CIE chromaticity diagram of Sr3-xBaxAlyGa1-yO4F λex = 254 nm.  The black 
dots indicate x = 0.8, red dots indicate x = 0.6, blue dots indicate x = 0.4, and orange dots 
represent x = 0.2 in Sr3-xBaxAlyGa1-yO4F. 
 
It has been reported by Sullivan et al 
10
, Bin Im et al 
2





 ions into the A(1) site in Sr3MO4F type materials provides an overall 
increase in their structural stability 
9
 as evidenced by a global instability index.  The 
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relationship between structural stability and photoluminescence intensity of 
Sr3-xBaxAlyGa1-yO4F materials at room temperature reveals that the photoluminescence 
intensity decreases as the Ba
2+
 content x ≥ 0.4. This decrease in photoluminescence as 
Ba
2+ 
increases is opposite to the one seen in both Sr3-xBaxAlO4F and Sr3-xBaxGaO4F 
materials. Park and Vogt reported that increasing the Ba
2+
 content in Sr3-xBaxAlO4F 
materials increases the photoluminescence intensity where 0 ≤ x ≤ 0.6 
7
, while Green and 
Vogt show a similar trend as x increases from 0.0 to 0.8 in Sr3-xBaxGaO4F.  Figure 4.3d-e 
shows the gradual increase in photoluminescence intensity as Ba
2+
 content increases in 
Sr3-xBaxAlO4F materials and Sr3-xBaxGaO4F materials.  
The PL intensity of Ba
2+
-containing Sr3MO4F-type materials, at temperatures 
ranging from 25°C to 200°C, was studied by Bin Im et al, by comparing thermal 







.  Sr2.975Ce0.025AlO4F and Sr1.975BaCe0.025AlO4F had similar 
photoluminescence intensities at room temperature and up to 170°C.  As the temperature 
approaches 200°C, Sr2.975Ce0.025AlO4F retained greater photoluminescence intensity 
2
 
resulting in an apparent trade-off between higher photoluminescence intensity of low 
Ba
2+
-containing materials and thermal quenching in high Ba
2+
-containing Sr3MO4F-type 
materials at LED operating temperatures.  Our Sr3-xBaxAlyGa1-yO4F materials show that 
small amounts of Ba
2+
 causes a substantial increase in photoluminescence intensity and 
may prove to be less prone to thermal quenching due to the presence of F
-
 ions producing 
softer phonon modes 
2 
than what is observed in Ce
3+





Structural Properties of Sr2.4Ba0.6AlyGa1-y-zInzO4F 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials were synthesized where z = 0.025, 0.0375, 
0.05, 0.0625, and 0.075 molar % of In
3+
.  The diffraction patterns of 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials are shown in Figure 4.5, while the refined lattice 
parameters of these materials are listed in Table 4.3.  The solubility limit for the 
substitution of In
3+
 is below 0.075 mol% when all three ions are present, however, in 
Sr3-xBaxAl1-cIncO4-αF1-δ materials it has been reported that In
3+
 can be substituted up to 20 
mol% while varying Ba concentration 
7
.  The powder diffraction pattern of these 
materials reveal no impurities when z = 0.025, 0.0375, 0.05 and 0.0625, however, In2O3 
impurities begin to appear in the z = 0.075 diffraction pattern.  The tilt angles of the 
Sr2.4Ba0.6Al0.1Ga0.9-zInzO4F and Sr2.4Ba0.6Al0.2Ga0.8-zInzO4F materials increase above 18° 
with increasing In
3+
 content. This can be attributed to the difference in ionic radius 
between In
3+
 (r = 0.62Å), Ga
3+
 (r = 0.47Å) and Al
3+
 (r = 0.36Å) 
18
, where the increased 
average radius of these ions occupying the M site in Sr2.4Ba0.6Al0.1Ga0.9-zInzO4F materials 









Figure 4.5:  Diffraction patterns of Sr2.4Ba0.6Al0.1Ga0.9-zInzO4F materials, where a) 
Sr2.4Ba0.6Al0.1Ga0.875In0.025O4F, b) Sr2.4Ba0.6Al0.1Ga0.8625In0.0375O4F, c) 
Sr2.4Ba0.6Al0.1Ga0.85In0.05O4F,  d) Sr2.4Ba0.6Al0.1Ga0.8375In0.0625O4F, e) 
Sr2.4Ba0.6Al0.1Ga0.825In0.075O4F,  f)  Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F, g) 
Sr2.4Ba0.6Al0.2Ga0.7625In0.0375O4F, h) Sr2.4Ba0.6Al0.2Ga0.75In0.05O4F, i) 




Table 4.3:  Structural Parameters and tilt angles obtained by Rietveld analysis of X-ray 
diffraction patterns for Sr2.4Ba0.6Al0.1Ga0.9-xInxO4F. 
 
a (Å) c (Å) Rp Rwp 
Sr2.4Ba0.6Al0.1Ga0.875In0.025O4F 6.8699(2) 11.3975(3) 6.83 8.81 
Sr2.4Ba0.6Al0.1Ga0.8625In0.0375O4F 6.8813(1) 11.4074(3) 5.76 7.60 
Sr2.4Ba0.6Al0.1Ga0.85In0.05O4F 6.8810(1) 11.4130(2) 6.12 8.04 
Sr2.4Ba0.6Al0.1Ga0.8375In0.0625O4F 6.8738(1) 11.4237(3) 6.78 9.19 
Sr2.4Ba0.6Al0.1Ga0.825In0.075O4F 6.8804(2) 11.4221(4) 6.74 8.91 
Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F 6.8727(1) 11.3794(5) 6.45 8.40 
Sr2.4Ba0.6Al0.2Ga0.7625In0.0375O4F 6.8806(1) 11.3934(4) 5.75 7.84 
Sr2.4Ba0.6Al0.2Ga0.75In0.05O4F 6.8807(1) 11.4080(3) 5.42 7.19 
Sr2.4Ba0.6Al0.2Ga0.7375In0.0625O4F 6.8683(1) 11.4198(3) 6.66 8.87 



















A(2)x O x O z Tilt angle 
Sr2.4Ba0.6Al0.1Ga0.875In0.025O4F 0.1686(1) 0.1529(5) 0.6440(6) 18.04(5) 
Sr2.4Ba0.6Al0.1Ga0.8625In0.0375O4F 0.1680(1) 0.1520(5) 0.6434(5) 18.17(5) 
Sr2.4Ba0.6Al0.1Ga0.85In0.05O4F 0.1679(1) 0.1455(5) 0.6439(4) 18.19(5) 
Sr2.4Ba0.6Al0.1Ga0.8375In0.0625O4F 0.1677(1) 0.1514(6) 0.6435(5) 18.21(6) 
Sr2.4Ba0.6Al0.1Ga0.825In0.075O4F 0.1680(2) 0.1501(6) 0.6392(6) 18.17(6) 
Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F 0.1692(1) 0.1536(5) 0.6446(5) 17.91(5) 
Sr2.4Ba0.6Al0.2Ga0.7625In0.0375O4F 0.1692(1) 0.1511(5) 0.6400(5) 17.91(5) 
Sr2.4Ba0.6Al0.2Ga0.75In0.05O4F 0.1693(1) 0.1490(5) 0.6419(4) 17.88(5) 
Sr2.4Ba0.6Al0.2Ga0.7375In0.0625O4F 0.1677(1) 0.1524(6) 0.6432(5) 18.23(6) 
Sr2.4Ba0.6Al0.2Ga0.725In0.075O4F 0.1683(1) 0.1457(5) 0.6414(5) 18.10(5) 
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Photoluminescence of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials 
 In this section our primary focus is to report the photoluminescent behavior of 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials when exposed to a 5%H2/95%Ar atmosphere; 
however these materials also exhibit photoluminescence when annealed in air.  In air-
annealed samples of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials, an electronic trap effect, also 
seen in Ga2-xInxO3 
19-20
, contributes to the photoluminescence at low to intermediate 
concentrations of In
3+







creates localized isoelectronic traps, which are energy states within the band gap. These 
traps attract electrons and holes in close proximity, and subsequent recombination of the 
electron-hole pair leads to photoluminescence in both air annealed and reduced samples 
20
.  The air annealed samples of Sr2.4Ba0.6AlyGa1-y-zInzO4F only exhibit 
photoluminescence at 254 nm excitation, while samples exposed to the 5%H2/95%Ar 
atmosphere exhibit photoluminescence both with 254 nm and 365 nm excitation.  Figure 
4.6 includes pictures of Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F excited by 254 nm light, where the 
air annealed material exhibits off-white to yellow-white color and a yellow-green color 
after tempering in a 5% H2/95% Ar atmosphere at 1050°C. The corresponding broad-
band emission spectra for Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F after pre- and post-reduction are 
shown in Figure 4.7.  The air annealed sample has a broad-band photoluminescence 
spectrum centered near 495 nm and 517 nm, while the sample tempered in a 





Figure 4.6: Images of Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F (a) before and (b) after reduction in 
5%H2/95%Ar atmosphere λex = 254nm 
 
 
Figure 4.7: Photoluminescence emission spectra of Sr2.4Ba0.6Al0.2Ga0.775In0.025O4F under 
λex = 254nm, where (a) is the PL emission spectrum before reduction in 5%H2/95%Ar 





In order to study the effects that the reducing conditions have on the 
photoluminescence emissions of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials, each sample was 
tempered for 3 hours in a 5% H2/95% Ar atmosphere at 800°C, 900°C, and 1050°C.  The 
reduced samples of Sr2.4Ba0.6AlyGa1-y-zInzO4F now display photoluminescence upon 
excitation by both 254nm and 365nm light. The excitation spectra for 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials shown in Figure 4.8A have three distinct peaks 
located near 258nm, 335nm and 370nm. The broad-band in the excitation spectra located 
between 300 nm and 400 are a direct result of In
3+





 charge transfer band 
7
 also observed in the broad-band excitation spectra for 
Sr2.4985Ca0.5Pr0.001Al0.9In0.1O4F when 10 mol% of Al
3+




.  Figures 4.8B 
and 4.8C show the photoluminescence emission spectra of Sr2.4Ba0.6AlyGa1-y-zInzO4F 
materials with increasing In
3+
 content under 254nm and 365nm excitation.   
In Figure 4.8B, the intensities within the emission spectra of 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials reveal no obvious pattern with respect to In
3+
 content 
for the samples tempered at 800°C and 900°C; however the spectral shape is similar for 
all samples.  The emission spectra for Sr2.4Ba0.6AlyGa1-y-zInzO4F materials, where 
λex = 254nm, resembles the emission spectrum of the air annealed sample shown in 
Figure 4.7. The reducing conditions at these temperatures does not yield a significant 
difference in the emission spectra where the highest intensities occur (λmax) for samples 
tempered at 800°C and 900°C are all centered near 490 nm.  When the temperature of the 
post synthesis reduction step is increased to 1050°C, a sharp peak centered between at 
552 and 554 nm, respectively, dominates the emission spectra for 
Sr2.4Ba0.6Al0.1Ga0.9-zInzO4F and Sr2.4Ba0.6Al0.2Ga0.8-zInzO4F materials when λex = 254 nm.  
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The intensity of the peak at 490nm also decreased as the temperature of the reducing step 
increased to 1050°C.    
Figure 4.8C shows the emission spectra of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials 
tempered at 800°C, 900°C, and 1050°C, where λex = 365 nm. The samples of 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials show two distinct peaks near 450 nm and between 
555 and 582 nm.  The peaks centered between 555 and 582 are a result of the In
3+
 
substitution.  Samples of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials containing between 0.025 
and 0.375 mol% of In
3+
 have greater intensities in the emission spectra when excited by 
365 nm light, while Sr2.4Ba0.6AlyGa1-y-zInzO4F samples containing 0.075 mol% of In
3+
 
exhibit concentration quenching of the photoluminescence emission. In 
Sr2.4Ba0.6Al0.2Ga0.8-zInzO4F materials there is a dramatic decrease in the 
photoluminescence intensity accompanied with a noticeable blue shift of the λmax as the 
temperature of the reduction step increases from 800°C to 900°C.  The excitation 





 charge transfer band when the temperature of the reducing step is 900°C.  For 
Sr2.4Ba0.6Al0.1Ga0.9-zInzO4F materials there is a decrease in the intensity of the emission 
spectra; however there is not a dramatic shift in the λmax for these samples. The change in 
temperature from the 800-900°C range to 1050°C in the reduction step causes the λmax to 
blue shift from ≈ 575 nm to ≈ 558 nm, where the emitted color shifts from orange-yellow 
to green-yellow under 365nm light.  The photoluminescence intensity of these materials 






Figure 4.8A:  Emission and excitation spectra of Sr2.4Ba0.6AlyGa1-y-zInzO4F, where a) 
Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F b) Sr2.4Ba0.6Al0.10Ga0.85In0.05O4F, c) 
Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F, d) Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F, e) 
Sr2.4Ba0.6Al0.20Ga0.75In0.05O4F, and f) Sr2.4Ba0.6Al0.20Ga0.725In0.075O4F at 1050°C.  Other 
samples include g) Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F, h) Sr2.4Ba0.6Al0.10Ga0.8625In0.0375O4F, i) 
Sr2.4Ba0.6Al0.10Ga0.8375In0.0625O4F j) Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F, k) 
Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F, l) Sr2.4Ba0.6Al0.20Ga0.7625In0.0375O4F, m) 
Sr2.4Ba0.6Al0.20Ga0.7375In0.0625O4F, and n) Sr2.4Ba0.6Al0.20Ga0.725In0.075O4F measured at 
900°C and 800°C.  Plot (A) represents the excitation spectrum, plot (B) is the emission 




Figure 4.8A:  Emission and excitation spectra of Sr2.4Ba0.6AlyGa1-y-zInzO4F, where a) 
Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F b) Sr2.4Ba0.6Al0.10Ga0.85In0.05O4F, c) 
Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F, d) Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F, e) 
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Figure 4.8B:  Emission and excitation spectra of Sr2.4Ba0.6AlyGa1-y-zInzO4F, where a) 
Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F b) Sr2.4Ba0.6Al0.10Ga0.85In0.05O4F, c) 
Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F, d) Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F, e) 
Sr2.4Ba0.6Al0.20Ga0.75In0.05O4F, and f) Sr2.4Ba0.6Al0.20Ga0.725In0.075O4F at 1050°C.  Other 
samples include g) Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F, h) Sr2.4Ba0.6Al0.10Ga0.8625In0.0375O4F, i) 
Sr2.4Ba0.6Al0.10Ga0.8375In0.0625O4F j) Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F, k) 
Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F, l) Sr2.4Ba0.6Al0.20Ga0.7625In0.0375O4F, m) 
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The CIE chromaticity coordinates for the Sr2.4Ba0.6AlyGa1-y-zInzO4F materials 
under 254nm and 365nm excitation are given in Table 4 and are plotted in Figure 4.9.  
There is a clear shift in the chromaticity coordinates correlating to a red shift in the 
emission spectra for Sr2.4Ba0.6AlyGa1-y-zInzO4F materials when λex changes from 254nm to 
365nm. It is also evident that there is a gradual blue shift in these materials as the In
3+
 
content is increased in the host structure, which correlates with the decreasing emission 
intensities.  The yellow, orange-yellow, and green-yellow emission of 
Sr2.4Ba0.6AlyGa1-y-zInzO4F materials that arise from the varied reducing conditions 
combined with the InxGa1-xN emission near 370 nm could be used in a near UV-LED 
device.  Modifying the reducing conditions in addition to making substitutions to the 
A(1) and M-sites in Sr2.4Ba0.6AlyGa1-y-zInzO4F materials are effective ways to tailor the 
photoluminescence emission.  These rare-earth free phosphor materials might have the 
















Table 4.4:  CIE chromaticity coordinates for reduced Sr2.4Ba0.6AlyGa1-y-zInzO4F materials. 
Samples 1-6 are tempered in a 5%H2/95%Ar atmosphere at 1050°C.  Samples 7-10 and 
15-18 are tempered in a 5%H2/95%Ar atmosphere at 900°C. Samples 11-14 and 19-22 














1 Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F 0.3492 0.5581 0.3818 0.5629 370 
2 Sr2.4Ba0.6Al0.10Ga0.85In0.05O4F 0.2833 0.4158 0.3482 0.4949 372 
3 Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F 0.2265 0.3039 0.2887 0.3955 375 
4 Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F 0.3492 0.5581 0.3818 0.5629 370 
5 Sr2.4Ba0.6Al0.20Ga0.75In0.05O4F 0.2833 0.4158 0.3482 0.4949 370 
6 Sr2.4Ba0.6Al0.20Ga0.725In0.075O4F 0.2265 0.3039 0.2887 0.3955 380 
7 Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F 0.2516 0.3762 0.3770 0.4336 374 
8 Sr2.4Ba0.6Al0.10Ga0.8625In0.0375O4F 0.2665 0.3702 0.3763 0.4179 377 
9 Sr2.4Ba0.6Al0.10Ga0.8375In0.0625O4F 0.2247 0.3224 0.3243 0.3667 374 
10 Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F 0.2059 0.2934 0.2005 0.2516 374 
11 Sr2.4Ba0.6Al0.10Ga0.875In0.025O4F 0.2482 0.3734 0.3736 0.4356 374 
12 Sr2.4Ba0.6Al0.10Ga0.8625In0.0375O4F 0.2696 0.3834 0.3889 0.4437 377 
13 Sr2.4Ba0.6Al0.10Ga0.8375In0.0625O4F 0.2514 0.3563 0.3785 0.4109 374 
14 Sr2.4Ba0.6Al0.10Ga0.825In0.075O4F 0.2288 0.3372 0.2801 0.3285 374 
15 Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F 0.2170 0.3405 0.2913 0.3933 365 
16 Sr2.4Ba0.6Al0.20Ga0.7625In0.0375O4F 0.2443 0.3570 0.3238 0.4041 377 
17 Sr2.4Ba0.6Al0.20Ga0.7375In0.0625O4F 0.2130 0.3158 0.2607 0.3329 377 
18 Sr2.4Ba0.6Al0.20Ga0.725In0.075O4F 0.2064 0.3114 0.2110 0.2757 377 
19 Sr2.4Ba0.6Al0.20Ga0.775In0.025O4F 0.2412 0.3568 0.3583 0.4232 374 
20 Sr2.4Ba0.6Al0.20Ga0.7625In0.0375O4F 0.2673 0.3770 0.3976 0.4426 377 
21 Sr2.4Ba0.6Al0.20Ga0.7375In0.0625O4F 0.2194 0.3271 0.3247 0.3525 373 









Figure 4.9:  CIE chromaticity diagram for Sr2.4Ba0.6AlyGa1-y-zInzO4F materials.  The 






Figure 4.9 (cont’d):  CIE chromaticity diagram for Sr2.4Ba0.6AlyGa1-y-zInzO4F materials.  
The arrows indicate shifts in CIE coordinates from 254nm (black dots) to 365nm 





Figure 4.9 (cont’d):  CIE chromaticity diagram for Sr2.4Ba0.6AlyGa1-y-zInzO4F materials.  
The arrows indicate shifts in CIE coordinates from 254nm (black dots) to 365nm 





We have shown that the photoluminescence of single phase Sr3-xBax AlyGa1-yO4F 
materials can be tailored via substitutions on both the A(1) and M sites.  The 254nm 
excitation wavelength allows for these materials to have potential use as phosphors in 
CFL bulbs. Furthermore, these materials require lower Ba
2+
 substitution to exhibit 
substantial photoluminescence intensity, which may potentially reduce thermal 
quenching in these materials at higher temperatures.  
Novel Sr2.4Ba0.6AlyGa1-y-zInzO4F materials might have potential use as phosphors 
for LED lights, since where the incorporation of In
3+
 and tempering in a reducing 
atmosphere causes the λmax in the excitation spectrum to shift near 375nm.  We have 
shown that the photoluminescence of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials can be tailored 
by varying the temperature of the post-synthesis reduction step.  When the temperature of 
the reducing step is 800°C or 900°C and λex = 254nm, the emission spectra in these 
materials do not show a significant change from the air annealed materials.  As the 
temperature of the reducing step increases to 1050°C, a dramatic shift of the λmax occurs.  
This corresponds to a strongly green-yellow emitting material.  Under 365 nm excitation, 
these Sr2.4Ba0.6AlyGa1-y-zInzO4F materials appear yellow to yellow-orange when the 
temperature of the reducing step is 800°C and 900°C.  As the temperature of the reducing 
step increases to 1050°C, the color of Sr2.4Ba0.6AlyGa1-y-zInzO4F materials changes from 
orange-yellow to green-yellow.   
This study shows that by making the appropriate substitutions and reducing 
conditions in both Sr3-xBaxAlyGa1-yO4F and Sr2.4Ba0.6AlyGa1-y-zInzO4F materials, potential 
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SYNTHESIS AND CHARACTERIZATION OF STRUCTURAL AND 
PHOTOLUMINESCENT PROPERTIES OF Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F MATERIALS 
 
Introduction 
The self-activating photoluminescent properties of Sr3MO4F host materials that 
are investigated in Chapters 2, 3, and 4, where the excitation wavelengths are near 254nm 
or 365nm, have potential use as phosphors for compact fluorescent lamps (CFLs) and 
near UV-LEDs. There are environmental implications associated with the use of CFLs 
due to the presence of small amounts of mercury vapor required for its 254nm emission 
of UV light when excited in an electrical field.  This 254 nm excitation causes down-
conversion in phosphors. One way for Sr3MO4F-type phosphors to be suitable LED 
phosphors is to incorporate Ce
3+
 into the structure.  Currently, the most commonly used 
material in LED lights is Ce
3+
-doped yttrium aluminum garnet (Y3Al5O12: Ce
3+
), where 
the excitation energy generated by a blue emitting In1-xGaxN LED (λ = 450nm) is 
efficiently down-converted by Ce
3+1-2. The emission of In1-xGaxN is tunable between 370 
and 450 nm when 0.0 ≤ x ≤ 0.3.  Therefore, the excitation wavelengths of Ce
3+
 containing 
host materials need to be in this range (which correlates to the blue emitting regions).  














 transitions are observed.  The 4f
1
 ground states are split due to spin-orbit coupling 
and lead to a broad-band emission
3
. As mentioned in Chapter 1, the combination of light 
from blue emitting semiconductors and yellow emitting phosphor materials in LED 
lighting assemblies yields cold white light.  
Two disadvantages of Y3Al5O12: Ce
3+
 are the decrease in the color rendering 














 substitutions are made to cause a red-shift of the 
photoluminescence emission of Y3Al5O12: Ce
3+
 as well as other types of phosphor 
materials (Ronda, Yen). In Y3Al5O12: Ce
3+
 thermal quenching remains an issue that needs 
to be addressed.  The configurational coordinate diagram in Chapter 1 illustrates that non-
radiative emission mechanism occur when there is thermal population of vibrational 
states in the excited state parabola.  A way to reduce thermal quenching in LED 
phosphors is the use of oxyfluoride materials, where additional fluoride ions with lower 
phonon energies are present.  These lower phonon energies reduce the amount of lattice 
vibrations due to the increasing bond strength provided by fluorine, which has higher 
electronegativity than oxygen.  This increase in bond strength reduces the amount of 
lattice vibrations and subsequent heat generated by oscillating atoms.  
It was reported by Im et al. that the lower thermal quenching behavior of the RE
3+
 
doped oxyfluoride Sr2.975-xBaxCe0.025AlO4F resulted in a higher PL intensity than 
observed in Y3Al5O12:Ce
3+
 phosphors at temperatures above 170°C 
6
.  Ma et al. also 
concluded that the Sr3AlO4F lattice reveals less thermal quenching than Sr3SiO5 when 
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, which is significant due to their 
structural similarity.  Setlur and collaborators have also used this ordered oxyfluoride 
structure to synthesize the yellow-green emitting phosphor (Sr,Ca)3(Al,Si)O4(O,F):Ce
3+
. 
When combined with K2TiF6: Mn
4+
, a red emitting phosphor, a competitive phosphor 
mixture can be made that rivals the aforementioned Y3Al5O12: Ce
3+
, but more importantly 
meets the efficacy and color quality goals/standards 
8
. 
Recent work on this family of ordered oxyfluorides by Shang et al. focuses on the 








3+ 9. Chen et.al. studied the photoluminescence 
and cathodoluminescence (low-voltage electron beam excitation) of Ce
3+
-doped 
Sr3GaO4F at liquid helium temperature while increasing the concentration of Ce
3+
 in the 
host 10.  In this study it was found that Ce3+ ions substitute into both the Sr(1) and Sr(2) 
sites.  At 405nm excitation the photoluminesce emission red-shifts with increasing Ce
3+
 
concentration.   The emission stemming from cathodoluminescence (250 μA and 4 kV 
excitation) reveals a shift from a bluish-green to green-yellow emission with increased 
Ce
3+
 doping.  
Recently, Im et al. examined the phosphor Sr2.975Ce0.025Al1-xSixO4+xF1-x using 
solid-state 
19
F NMR, and showed that F
-
 resides in a single crystallographic site in this 
structure. The photoluminescence (PL) data of this phosphor (emission and excitation) 





) sample were compared using excitation wavelengths of 390, 400, 430, and 450 nm 
respectively 11. Excitation at these wavelengths resulted in characteristic green emissions 
arising from electronic transitions of Ce
3+











F7/2) ground state. With increasing Si
4+
 content, the emission peak positions 
gradually move towards longer wavelengths, from 474 nm for Sr3AlO4F:Ce
3+
 (x = 0) to 
537 nm for Sr3SiO5:Ce
3+
 (x = 1.0) revealing that the emissions of these phosphors are 
tunable. The quantum efficiency at room temperature of Sr2.975Ce0.025Al1-xSixO4+xF1-x was 
83% when x = 0.0 phosphor material. Sr 2.975Ce0.025Al0.5Si0.5O4.5F0.5 (x = 0.5) had the 
highest PL intensity (λex = 430 or 450 nm) and the highest quantum efficiency (85%) of 
all Sr2.975Ce0.025Al1-xSixO4+xF1-x materials 
11
.  Both materials exhibit efficiencies close to 
that of commercial Y3Al5O12: Ce
3+
, which was determined to be 81%.  A similar study by 





shows the tunability of these phosphors, using Sr3AlO4F and Sr3SiO5 as the end members 
12













 which is 







 also rivals commercial phosphors. 
 
 
The Sr3AlO4F structure adopts the I4/mcm space group and is closely related to 
the Sr3SiO5 structure, which has a P4/ncc space group.  The lattice parameters for the 
Sr3SiO5 structure are a = 6.734Å and c = 10.72Å 
14 15.  The Sr3SiO5 structure studied by 
Glasser et al. 
14
 has Si atoms at the corners of the unit cell, which are 4-coordinated by O 
forming SiO4 tetrahedra.  OSr6 octahedra are also present in Sr3SiO5 and exhibits tilting 
similar to the FSr6 octahedra described previously in Sr3AlO4F.  One major difference 
between the two structures is the arrangement of the MO4 tetrahedra.  The AlO4 
tetrahedra in Sr3AlO4F have upper and lower edges parallel to the face diagonal of the 
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(001) plane, while the SiO4 tetrahedra are staggered/tilted in alternating layers, which 




Figure 5.1: Structure of Sr3MO4F (left) and Sr3SiO5 (right) viewed along the 001 axis. 
The blue spheres represent Sr, while the red spheres represent O.  The yellow and teal 
octahedral represent AlO4 and SiO4, respectively. 







the Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F framework.  This substitution of the GaO4
5-
 tetrahedra 
could provide phosphor materials for LED lighting assemblies as well as other 
applications. I will focus on the changes in structural properties and photoluminescence 
properties stemming from the substitution at this site.  Changes in the photoluminescence 
emission as a result of varying during synthesis temperatures in the reducing step will 
also be studied. 
Experimental 





substitution, and x = 0.05, 0.10, 0.15, 0.20 are synthesized using the standard solid-state 
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method by thoroughly mixing the appropriate stoichiometric amounts of SrCO3 (Aldrich 
99.995%), Al2O3 (Aldrich 99.95%), SrF2 (Aldrich 99.995%), CeO2 (Aldrich 99.95%), 
Na2CO3 (Alfa-Aesar 99.5%), SiO2 (Aldrich 99.5%), and GeO2 (Aldrich 99%) using an 
agate mortar and pestle.  The starting materials were heated for 24 hours at 700°C, 
800°C, 900°C, and 1100°C in air at a ramp rate of 3 deg/min. To observe 
photoluminescence, the samples were reduced in a 5% H2/95%Ar atmosphere for 3 hours 
at 800°C, 900°C, and 1050°C.   
X-ray diffraction data was collected using a Rigaku MiniFlex
TM
 diffractometer 
producing Cu-Kα radiation (λ = 1.54059 Å) over the range 3° ≤ 2θ ≤ 120° at 0.02 degrees 
intervals and a rate of 0.25 (deg/min). The unit cell parameters were refined using the 
Rietveld method within the least squares refinement program GSAS
16
. 
Photoluminescence measurements were performed using the LS55 fluorescence 
spectrometer by Perkin-Elmer equipped with a fiber optic cable and a sample holder and 
xenon lamp source.   
Results and Discussion 












 was substituted into the host lattice and the materials was subsequently exposed 
to a reducing atmosphere for photoluminescence to occur. The powder x-ray diffraction 
data shown in Figure 5.2 did not reveal any second phase present in these samples. The 
results of the PL data shown in Figure 5.3 reveal that both the 1.0 and 1.5 molar % 
substituted Ce
3+





concentration increases to 2.0 and 2.5 molar%, the photoluminescence intensities 







.  Setlur determined that at low levels of Ce
3+
 
substitution, Sr3AlO4F experiences minor thermal quenching when T ≈ 200°C.  Thermal 
quenching in these materials were significantly increased when the Ce
3+
 content increases 
as well as when F
-
 is substituted by O
2-
 ions at the center of the FSr6 octahedra (Wychoff 
site 4c), and the photoluminescence emission is also red-shifted
18
 as a consequence.  
Since it is advantageous to have phosphor materials with small amounts of substituted 
rare-earth ions, the Ce
3+
 concentration used in this chapter will be 1.0 molar %.  
The amount of Ce
3+ 
needed to produce significant photoluminescence intensities 









 causes the volume of the Sr3AlO4F host structure to decrease, 
which subsequently leads to concentration quenching of Ce
3+
 to occur at lower 




 causes the expansion of 
the Sr3AlO4F host lattice, and therefore causes the concentration quenching of Ce
3+
 to 
occur at higher concentrations
17
.  Sullivan et al. studied the structural distortions of 
charge and non-charge compensated Sr3AlO4F and found that there are only minute 
changes in the lattice parameters of Sr2.95Na0.025Ce0.025AlO4F and Sr2.975Ce0.025AlO4F, 
where the substitution of Na
+
 is used for charge compensation 19. Chen studied the effect 






) have in 
Sr2.96Ce0.03M0.03AlO4F, and found that the emission and excitation showed little or no 
change 20. Kelsey and Brown reported increased photoluminescence intensity with charge 












































































Figure 5.3:  Photoluminescence emission and excitation spectra of Sr3-2xNaxCexGaO4F, 
where x = 0.01, 0.015, 0.02, and 0.025. 
 





Sr2.98Na0.01Ce0.01GaO4F phosphors are shown in Figures 5.4 and 5.5 and their structures 
are refined based on the Sr3GaO4F structure (space group I4/mcm; no 140) 
22
.  The 





materials.  There is a systematic shifting to higher 2θ angles for many peaks in the 









 compared to the Ga
3+
 
ion, which are 0.26Å, 0.39Å and 0.47Å, respectively
23
.  Closer inspection of the 
 
140 
diffraction pattern indicates that, furthermore, there are structural distortions within the 







 were also made in 
Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F, where x = 0.25 and 0.30, however these samples cannot 
be refined to a satisfactory degree using the I4/mcm space group with data from a 
standard laboratory x-ray diffractometer.  Setlur et al. and Denault et al. address this 
difficulty of the refinement and use both synchrotron or neutron diffraction since these 
methods provide higher resolution data to help determine the space group of these 
materials.  Setlur et al. does provide specific information regarding the structure of 
Sr1.7775Ca1.2Ce0.0225Al0.6Si0.4O4.4225F0.5775, in which synchrotron data is refined using the 
higher symmetry I4/mcm space group instead of the P4/ncc space group.  Denault et al. 
and Lee et al. both describe a change of the I4/mcm space group with increased Si
4+
 
substitution in Sr3AlO4F-type materials to P4/ncc, which is found in Sr3SiO5-type 





Figure 5.4: XRD patterns of Ge substituted Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F, where 














































































Figure 5.5: XRD patterns of Ge substituted Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F, where 
0 ≤ x ≤ 0.20 
 





Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F reveal that it is single phase when 0 ≤ x ≤ 0.20.  The 
phosphors are charge compensated by requiring 0.5% mol less Sr
2+
 in the synthesis for 




 for the substitution of Ga
3+
.  When 2 Ga
3+ 




, a net 2+ charge is created within the host 
lattice.  In order to compensate for this increase in charge, one Sr
2+ 
ion is removed from 
the host, which creates a vacancy. As Si
4+
 is substituted for Ga
3+
 in 











































































decreases, which results in the overall decrease of the unit cell volume.  This trend differs 
from the substitution of Ge
4+ 
in Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F, where the a-parameter 
increases, while the c-parameter decreases. However, the unit cell volume increases with 
Ge
4+





 substituted Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials.  The a-
parameter increases approximately 0.11% when x increases from 0.0 to 0.20 in 
Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F materials, while the c-parameter decreases by ≈0.69%. 
The contraction of the c-parameter correlates directly with the decreased Sr(1)-F bond 




 occupying the 
same position in Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F, decreases as x increases.  A similar 
trend occurs in Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F materials, where the a-parameter expands 
by ≈0.24%, while the c-parameter decreases by ≈0.31%, which can also be attributed to 
the decreasing Sr(1)-F bonds.  These materials also experience a decrease in the M-O 




.  The tilt angles in both 
Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F and Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F materials increase to 
18.10(4)° where x = 0.05 from 18.01(4)° in Sr2.98Na0.01Ce0.01GaO4F.  When x ≥ 0.05 the 
tilt angles gradually decrease to 17.85(5)° in Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F and 






Table 5.1:  Lattice Parameters of Substituted Sr3-x/2Na0.01Ce0.01Ga1-xMxO4F.  All materials 






Sample a (Å) c (Å) Rp Rwp 
Sr2.98Na0.01Ce0.01GaO4F 6.8060(1) 11.3744(2) 5.72 7.53 
Sr2.955Na0.01Ce0.01Ga0.95Si0.05O4+αF1-α 6.8047(2) 11.3455(4) 5.21 7.00 
Sr2.930Na0.01Ce0.01Ga0.90Si0.10O4+αF1-α 6.8082(1) 11.3369(3) 5.61 7.35 
Sr2.905Na0.01Ce0.01Ga0.85Si0.15O4+αF1-α 6.8127(1) 11.3092(3) 6.07 8.06 
Sr2.880Na0.01Ce0.01Ga0.80Si0.20O4+αF1-α 6.8135(1) 11.2954(3) 5.68 7.53 
Sr2.955Na0.01Ce0.01Ga0.95Ge0.05O4+αF1-α 6.8057(1) 11.3638(2) 5.29 6.94 
Sr2.930Na0.01Ce0.01Ga0.90Ge0.10O4+αF1-α 6.8079(1) 11.3618(4) 6.45 8.76 
Sr2.905Na0.01Ce0.01Ga0.85Ge0.15O4+αF1-α 6.8159(2) 11.3490(4) 6.68 9.09 
Sr2.880Na0.01Ce0.01Ga0.80Ge0.20O4+αF1-α 6.8219(2) 11.3396(4) 6.41 8.33 
Sample A(2)x O x O z Vol (Å
3
) 
Sr2.98Na0.01Ce0.01GaO4F 0.1688(1) 0.1537(4) 0.6433(4) 526.89(1) 
Sr2.955Na0.01Ce0.01Ga0.95Si0.05O4+αF1-α 0.1681(1) 0.1544(4) 0.6465(4) 525.34(2) 
Sr2.930Na0.01Ce0.01Ga0.90Si0.10O4+αF1-α 0.1683(1) 0.1508(4) 0.6454(4) 525.48(3) 
Sr2.905Na0.01Ce0.01Ga0.85Si0.15O4+αF1-α 0.1688(1) 0.1487(5) 0.6473(4) 524.88(3) 
Sr2.880Na0.01Ce0.01Ga0.80Si0.20O4+αF1-α 0.1695(1) 0.1474(4) 0.6482(4) 524.38(3) 
Sr2.955Na0.01Ce0.01Ga0.95Ge0.05O4+αF1-α 0.1683(1) 0.1520(4) 0.6440(5) 526.34(2) 
Sr2.930Na0.01Ce0.01Ga0.90Ge0.10O4+αF1-α 0.1683(2) 0.1501(6) 0.6418(5) 526.59(4) 
Sr2.905Na0.01Ce0.01Ga0.85Ge0.15O4+αF1-α 0.1686(2) 0.1548(6) 0.6488(5) 527.23(4) 
Sr2.880Na0.01Ce0.01Ga0.80Ge0.20O4+αF1-α 0.1704(1) 0.1502(5) 0.6448(5) 527.73(3) 
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Table 5.2:  Bond distances and angles for Sr3-x/2Na0.01Ce0.01Ga1-xMxO4F materials  
Sr3-x/2Na0.01Ce0.01Ga1-xSixO4F x = 0.0 x = 0.05 x = 0.10 x = 0.15 x = 0.20 
A(1)-O (x8) 2.850(2) 2.831(2) 2.848(2) 2.847(2) 2.847(2) 
A(1)-F (x2) 2.8436 (1) 2.8364 (1) 2.8342 (1) 2.8273(1) 2.8239(1) 
      
A(2)-O (x2) 2.362 (4) 2.383(4) 2.397(4) 2.422(5) 2.432(4) 
A(2)-O (x4) 2.735 (3) 2.755(3) 2.730 (4) 2.733(4) 2.736(4) 
      
A(2)-F (x2) 2.5302 (3) 2.5314(3) 2.5231(3) 2.5325(4) 2.5307(3) 
M-O (x4) 1.913(4) 1.894(4) 1.875 (4) 1.845(5) 1.828(4) 
      
O-Ga-O 113.7 (1) 112.6(1) 113.6(1) 113.4(2) 113.3(1) 
O-Ga-O 101.3(3) 103.4(3) 101.5(3) 101.9(3) 102.0(3) 
Tilt Angle 18.01(4) 18.10(4) 18.09(5) 18.00(5) 17.85(5) 
 
Sr3-x/2Na0.01Ce0.01Ga1-xGexO4F x = 0.05 x = 0.10 x = 0.15 x = 0.20 
A(1)-O (x8) 2.851(2) 2.868(3) 2.823(3) 2.858(3) 
A(1)-F (x2) 2.8410(1) 2.8405(1) 2.8372(1) 2.8349(1) 
     
A(2)-O (x2) 2.381 (4) 2.378(4) 2.398(6) 2.386(5) 
A(2)-O (x4) 2.728 (3) 2.703(3) 2.778 (5) 2.739(4) 
     
A(2)-F (x2) 2.5314 (3) 2.5322(4) 2.5344(4) 2.5311(4) 
M-O (x4) 1.895(4) 1.897(4) 1.883 (6) 1.877(5) 
     
O-Ga-O 113.8(1) 114.8(2) 111.8(2) 113.8(2) 
O-Ga-O 101.1(3) 99.2(3) 104.8(4) 101.1(3) 




The BVS values for the ions in Sr3GaO4F published by Vogt et al. are compared 
to the analysis of the bond valence model for Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials. 
The BVS values of Sr(1) for all samples are near 1.30, which is close to the value 
published in Vogt et al.  The BVS values for the F
-
 ion are consistently near 1.15 in each 
of the Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F and Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F samples.  The 
O BVS values range from 1.78 to 1.85 in both Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F and 
Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F, which is comparable to the value of 1.86 generated from 
the synchrotron data given in Vogt et al. 22.  The most significant change in BVS is in the 
M site, where Ga
3+




 ions.  The BVS values increase 
from 2.49 to 3.08 as Si
4+
 is substituted within the host structure, while the increase is 
from 2.49 to 2.81 with Ge
4+
 substitution.  The BVS value at the M site in 
Sr2.98-x/2Na0.01Ce0.01GaO4F indicates that Ga
3+
 is slightly under-bonded and that ions with 
greater formal charges can be readily substituted into the host lattice.  This rationale is 
similar to the one given for the iso-and aliovalent substitutions at the Sr(1) site, which is 
also underbonded in Sr3AlO4F. 
The discrepancy factors (di) are generated by subtracting BVS values of ions from 
their formal valences. However, for these materials the formal charge of the M
n+
 ion must 
be changed to a weighted average based on the formal charges of Ga
3+





.  For example, the discrepancy factor for M in Sr2.98-x/2Na0.01Ce0.01Ga0.80Si0.20O4F is 
calculated by first weighting the formal charge by using the equation  
Formal Charge (weighted) = [(3 x 0.80) + (4 x 0.20)] = 3.20,    (5.1) 
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then subtract this value from the calculated BVS value (3.08) to the calculated di value of 
-0.12.   
The global instability index (G) is still calculated by the equation  
G = (Σi/N)
1/2
,        (5.2) 
where N represents the total number of atoms in the formula unit.  For the 
Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F materials, the substitution leads to increased stability of 
the Sr3MO4F-type structure as G decreases from 0.3126 in Sr2.98-x/2Na0.01Ce0.01GaO4F to 
0.2426 in Sr2.98-x/2Na0.01Ce0.01Ga0.80Si0.20O4F.  The increased substitution of Ge
4+
 in 
Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F does not yield similar results as the values for G 
fluctuate randomly between 0.2599 and 0.3177.  This is due to the greater amount of 
distortion caused by the substitution of the larger Ge
4+ 
ion compared to the Si
4+
 ion. This 
trend in Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F materials provides evidence that these structures 
are slightly strained. 
Table 5.3:  Bond Valence Sums (BVS) of ions in Sr3-x/2Na0.01Ce0.01Ga1-xSixO4F 
Ion x = 0.0 x = 0.05 x = 0.10 x = 0.15 x = 0.20 
Sr(1) 1.30 1.37 1.31 1.32 1.32 
Sr(2) 2.25 2.15 2.17 2.10 2.07 
M 2.49 2.61 2.74 2.95 3.08 
F 1.15 1.15 1.15 1.15 1.16 







Table 5.4:  Discrepancy factors and Global Instability Indices in 
Sr3-x/2Na0.01Ce0.01Ga1-xSixO4F 
Ion x = 0.0 x = 0.05 x = 0.10 x = 0.15 x = 0.20 
Sr(1) -0.70 -0.63 -0.69 -0.68 -0.68 
Sr(2) 0.25 0.15 0.17 0.10 0.07 
M -0.51 -0.44 -0.36 -0.20 -0.12 
F 0.15 0.15 0.15 0.15 0.16 
O -0.21 -0.22 -0.19 -0.17 -0.15 
Global Instability 
Index 
0.3126 0.2757 0.2775 0.2503 0.2426 
 
 
Table 5.5: Bond Valence Sums (BVS) of ions in Sr3-x/2Na0.01Ce0.01Ga1-xGexO4F 
Ion x = 0.05 x = 0.10 x = 0.15 x = 0.20 
Sr(1) 1.30 1.25 1.39 1.29 
Sr(2) 2.21 2.27 2.07 2.18 
M 2.63 2.63 2.75 2.81 
F 1.14 1.14 1.15 1.15 
O 1.80 1.82 1.78 1.83 
 
Table 5.6:  Discrepancy factors and Global Instability Indices in 
Sr3-x/2Na0.01Ce0.01Ga1-xGexO4F 
Ion x = 0.05 x = 0.10 x = 0.15 x = 0.20 
Sr(1) -0.70 -0.75 -0.61 -0.71 
Sr(2) 0.21 0.27 0.07 0.18 
M -0.42 -0.47 -0.40 -0.39 
F 0.14 0.14 0.15 0.15 
O -0.20 -0.18 -0.22 -0.17 
Global Instability 
Index 





The photoluminescence of both Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F and 
Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F materials exhibit broad-band emission spectra when 
excited near 420 nm.  These photoluminescence spectra are shown in Figure 5.6 and 5.7.  
A critical distance (Rc) defined as the distance between Ce
3+




    (
  
     
)
   
  (5.3) 
, where V is the volume of the unit cell, N is the number of available cation sites in the 
unit cell, and χc denotes the critical concentration of Ce
3+
 ions, where the average 
separation of nearest activator ions is equal to the critical distance.  In the Sr3MO4F host 
lattice, it is assumed that the Ce
3+
 ions occupy the 8-coordinated Sr(2) site (wykoff site 
8h, multiplicity of 8), thus giving a total of 8 ions in the unit cell.  The occupation of Ce
3+
 
in Sr3GaO4F was studied by Chen at liquid helium temperatures, where x = 0.01, 0.15, 
and 0.30.  In this study, when x = 0.01, the photoluminescence spectra confirmed that the 
majority of the Ce
3+
 ions occupies the Sr(2) site.  As the Ce
3+ 
content increases to 
x = 0.15, it is clear that Ce
3+
 occupies both the Sr(1) and Sr(2) sites in the host lattice.  
When x = 0.30, the photoluminescence emission spectra shows that the dominant peak 
corresponds to the 10-coordinated Sr(1) site 
10
.  In Sr3-2xNaxCexGaO4F materials the 
critical concentration is 2.5 mol%, as shown in Figure 5.2.  Based on the small amount of 
Ce
3+
 ions substituted, the critical distance (  ) is 23.3Å based on the assumption that the 
majority of these ions occupy the Sr(2) site. This gives us reason to believe that the 
quenching mechanism sustained by exchange interaction is not the dominant mechanism, 
 
150 
but a non-radiative energy transfer between Ce
3+
 activator ions. The separation needed 





Figure 5.6:  Photoluminescence spectra of Sr3-x/2Na0.01Ce0.01Ga1-xSixO4F with a post-









Figure 5.7:  Photoluminescence spectra of Sr3-x/2Na0.01Ce0.01Ga1-xGexO4F with a post-
synthesis reduction temperature of 800°C, 900°C and 1050°C. 
 
Research has been conducted involving the substitution of Si
4+
 into the 
Sr3AlO4F-type lattice by Im et al , Lee et al 
13
, Denault et al 12, and Ma et al 7, where the 
substitution ranges from 0 ≤ x ≤ 1.  Even though the photoluminescence is studied for the 
Si
4+
 substituted materials, there is limited information describing the structural details of 
the substitutions over the entire series of materials.  The substitution of 1.0 molar% Ce
3+
 
in Sr3MO4F-type structures causes these materials to exhibit an intense blue-green light 







 into the host-lattice, causes the maximum emission and excitation intensity (λmax) to 
shift to longer wavelengths.  





Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials, the λexcitmax ranges from ≈415 nm to 433 nm 
where the reducing temperature of the materials are 800°C, 900°C and 1050°C, while in 
the emission spectra the λemmax ranges from ≈527 nm to 532 nm at 800°C, 900°C and 




 substituted into the host is 
responsible for the tuning of the emission in these materials.  The temperature of the 





materials.  Denault et al 
12
 showed that the maximum excitation wavelength varies from 
398 to 409, while the maximum emission wavelength ranges from 523 to 552 nm in 
Sr2Ba(AlO4F)1-x(SiO5)x materials. Xiaole et al 
7
 showed a range of 518-541nm in the 
emission spectrum for Sr2.95(AlxSi1-x)O5-xFx 0.1 ≤ x ≤ 0.9.  Im et al 
6
 also reports a 63 nm 
difference between the Ce
3+
-substituted Sr3AlO4F and Sr3SiO5 end members. 
Furthermore, Denault et al 
12
 and Im et al 
6
 both report a decrease in the emission 
intensity as the Si
4+





 ions within the Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F host will 
most likely cause the emission spectra of these materials to continue to be red-shifted, 





 will also cause these materials to exhibit “oxide-type” 
behavior by becoming more susceptible to thermal quenching. 
Although the maximum intensity of the excitation spectrum is between 415 nm 




substituted Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials, there is 
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an appreciable amount of intensity near 450nm, which is a clear indication that these 
materials can show significant photoluminescence emission when excited by light 
stemming from blue LED chips.  Figure 5.8 shows the difference between the 
photoluminescence intensity at the material’s λmax and at the LED excitation wavelength. 
 
Figure 5.8: Comparison of the photoluminescence intensities of 
Sr2.93Na0.01Ce0.01Ga0.90Si0.10O4F reduced at 1050°C under λex = 427nm and λex = 450nm, 
where 450nm indicates blue excitation for LED devices.   
 
 The increased substitution of Si
4+
 from 0.0 to 0.20 in 
Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F when the reducing temperature is 800°C and 900°C 
shows an increase of the maximum PL intensity in Figure 5.9a.  When the reducing 
temperature is 1050°C the PL is increasing, however there is a dramatic increase in the 
intensity in Sr2.98-x/2Na0.01Ce0.01Ga0.90Si0.10O4F.  In Figure 5.9b, where the maximum PL 
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intensities are plotted against substitution in Sr2.98-x/2Na0.01Ce0.01Ga1-xGexO4F materials, 
this trend is not as noticeable. 
 
Figure 5.9: Comparison of the maximum photoluminescence intensities at 800°C, 900°C 
and 1050°C of Sr3-x/2Na0.01Ce0.01Ga1-xSixO4F and Sr3-x/2Na0.01Ce0.01Ga1-xGexO4F 
 




 substitutions in 
Sr3-x/2Na0.01Ce0.01Ga1-xMxO4F materials causes the emitted color to shift from blue-green 
to a green-yellow color. These values are listed in Table 5.7 and are plotted on the CIE 
chromaticity diagram in Figure 5.10.  The increase in temperature (from 800°C, 900°C, 
to 1050°C) of the post-synthesis reduction step for each material causes minimal changes 
in the chromaticity coordinates, however it is obvious that these 









            Table 5.7:  CIE Chromaticity Coordinates (415nm excitation) 
 
  Sample 800°C 900°C 1050°C 
 λex = 415nm x y x y x y 
1 Sr2.98Na0.01Ce0.01GaO4F 0.1524 0.3014 0.1565 0.3425 0.1623 0.3962 
        
2 Sr2.955Na0.01Ce0.01Ga0.95Si0.05O4+αF1-α 0.1664 0.3959 0.1887 0.4274 0.1741 0.4310 
3 Sr2.930Na0.01Ce0.01Ga0.90Si0.10O4+αF1-α 0.1846 0.4432 0.1983 0.4588 0.1996 0.4895 
4 Sr2.905Na0.01Ce0.01Ga0.85Si0.15O4+αF1-α 0.1867 0.4098 0.2054 0.4760 0.2012 0.4819 
5 Sr2.880Na0.01Ce0.01Ga0.80Si0.20O4+αF1-α 0.1997 0.4695 0.2041 0.4798 0.2138 0.5132 
        
6 Sr2.955Na0.01Ce0.01Ga0.95Ge0.05O4+αF1-α 0.1619 0.3215 0.1742 0.3978 0.1606 0.3899 
7 Sr2.930Na0.01Ce0.01Ga0.90Ge0.10O4+αF1-α 0.1822 0.4338 0.1869 0.4407 0.1853 0.4456 
8 Sr2.905Na0.01Ce0.01Ga0.85Ge0.15O4+αF1-α 0.1947 0.4645 0.1984 0.4537 0.1983 0.4727 

















 substituted Sr3-x/2Na0.01Ce0.01Ga1-xMxO4F on 
chromaticity coordinates.  The red, black and blue dots represent the reducing 






 In this chapter, the structural and photoluminescent properties of Si and Ge 





 substitutions made in Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F, it is 
apparent that they form a single phase. Structurally, the increased substitution of Ge
4+
 in 
Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F causes the global instability indices to vary inconsistently, 
while the values for Si substituted materials gradually decrease, indicating that they are 
becoming more stable with increasing substitution.  This increased stability also 
translates into consistently higher PL intensities, with the Si-substituted 
Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials showing an increase in PL intensity at 800°C 
and 900°C with decreasing G, while Ge-substituted Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F 
materials do not show this trend.  It is also shown that there is a significant amount of 
photoluminescence intensity in these materials where λex = 450nm when compared to the 
λmax. Based on the current data shown in this chapter, Si
4+
-substituted 
Sr2.98-x/2Na0.01Ce0.01Ga1-xMxO4F materials seem to be the more promising potential 
phosphors than the Ge
4+
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CONCLUSIONS AND FUTURE WORK 
 
 In this dissertation, the structural and PL properties of potential phosphor 
materials are investigated.  The potential phosphor materials without RE rely on self 
activation, while the PL emission in RE containing materials is caused by electronic 
transitions characteristic of the RE ions.  Chapter 2 contains the images of unsubstituted 
Sr3AlO4F(air) and Sr3AlO4F(r) , where exposure to a 5% H2/95% Ar atmosphere induces 
photoluminescence.   The broad-band PL emission seen when excited by 254 nm light 
make this material a potential phosphor for compact fluorescent lamps. Overall these 
materials have the potential to be used as single phosphor and might cause the costs of 
production to decrease since the starting materials are inexpensive.   
 It has also been shown that the emission of these materials can be tuned based 
on the substitutions made at the A(1), A(2) and M sites as well as changing the 




in Sr3GaO4F yield different results that comparable substitutions made in Sr3AlO4F, 
where substitution of Ba
2+
 caused the Sr3GaO4F structure to become more stable as well 
as increased the PL intensity overall.  The substitution of Ca
2+
 caused the opposite to 
occur in these materials.  In chapter 4 the PL of Sr3-xBaxGaO4F materials were tuned by 
varying both the Ba2+ content as well as the Al-Ga ratio.  It was determined that 




 The substitution of In
3+
 at the M site in these materials causes the excitation 
band to shift near 400 nm, which causes these materials to be used as potential LED 






 occupy the M 
site simultaneously, which is a remarkable feat.  The increased substitution of In
3+
 causes 
the PL emission to be quenched, therefore substitutions where x ≤ 0.025 are ideal for 
phosphor material with an appreciable PL intensity.  The increase in the temperature of 
the reducing atmosphere causes the PL emission to change from orange-yellow to a 
green-yellow color.  This information is important since it is known that the combination 
of a blue emitting InxGa1-xN semiconductor combined with a yellow emitting phosphor 
will yield a cold white light emitting LED. 
 Chapter 5 includes the substitution of Ce
3+
 ions within the Sr3GaO4F host with 
Na
+
 used for charge compensation.  It was determined that the critical concentration of 
Ce
3+





 caused the PL intensity to increase, however, the intensity 
increase is greater in the Si
4+ 
substituted materials.  The Sr2.98-x/2Na0.01Ce0.01Ga1-xSixO4F 
materials show the greatest PL intensity when excited between 415nm and 433nm.  
Additionally, there is a considerable amount of PL intensity when excited by 450nm 




It has been determined that ordered oxyfluoride materials discussed within this 
work adopt the A3MO4F host structure, which has the I4/mcm space group.  These 
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materials are slightly hygroscopic and will decompose if left in air for 1-2 weeks.  This 
will undoubtedly affect the PL of these materials.  These structural and photoluminescent 
studies contained within are preliminary and have not gone through the rigorous testing 
protocols employed by industries. 
In order to incorporate these potential phosphor materials into devices the 
materials should be competitive with known materials currently on the market in terms of 
luminous efficacy, color rendering index (CRI) and correlated color temperature (CCT).  
Luminous efficacy is known as the luminescent output as a function of the electrical input 
and is measured in lumens per watt (lm W
-1
).  The color-rendering index (Ra) compares a 
light source to natural light, while correlated color temperature refers to the temperature 
that a black-body radiator emits a comparable color (in K).   
In the further development of potential phosphors using the Sr3MO4F host 
structure, the next step will be to test the stability of these materials over time.   It will be 
interesting to study the substitution of known rare-earth ions into the host lattice and the 
longevity of these materials both pre and post packaged.  This includes studying the 
potential breakdown of the structure and the effect that this breakdown has on the 
photoluminescence emission.  Eventually this will lead to the testing of the most 
promising phosphor materials in LED lighting assemblies.  Once these processes are 
optimized, a chain of custody procedure will be developed for the manufacturing of these 
materials.  
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